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ABSTRACT 

The electr ical  conduction properties of vacuum evaporated 
thin CdS fi lms a r e  studied as a complementary investigation 
to  the fabrication of an active thin film device. 

Thermally st imulated emission cur ren t  measurements  indi - 
cate that the films have two prominent s e t s  of trapping energy 
levels, one i n  the range 0.12 eV to 0. 17 eV and the other in 
the range 0. 33 e V  to 0. 37 eV below the conduction band. 
Donor levels within 0. 004 eV to  0. 1 eV below the conduction 
band are  found to have a density of 1017 per cm3, The effects 
of post-evaporative t reatments  of annealing, argon and oxygen 
ion bombardment, and diffusion of an evaporated sulfur layer,  
on CdS-metal f i lm b a r r i e r s  a r e  investigated. 

The voltage de -excitation of optically modulated conductivity 
is studied a t  77OK and 300°K using voltage pulses of duration 
between 1 microsecond and 1 second. 
ductivity, which can be severa l  o rder  s of magnitude depends 
on pulse duration and is relatively independent of the pulse 
amplitude. 

The change of con- 

Current  -controlled negative resis tance i s  observed both in 
the steady-state and a t  low frequencies for  CdS-Au diodes. 
Evidence of voltage -controlled negative resis tance is  found 
for  CdS-Ag diodes. 

P t y p e  CdS films a r e  formed bv controlled amounts of Cu 
doping and P - N  CdS diodes fabiicated. 

iii 



ACKNOWLEDGEMENT 

The authors wish to  extend grateful appreciation to the Drafting and 
Publications Staffs of the Electronic Systems Laboratory in the p r e -  
paration of this document. 

Par t icu lar  acknowledgement is  made to  M r .  M. Blaho for  his valuable 
contributions to the vacuum evaporation and conductivity measurements  
of the f i lms.  

iv 



CONTENTS I .  

CHAPTER I INTRODUCTION page 1 

Summary 1 
Structure  of the CdS Films Investigated 

Experimental  5 

4 

A. 

B. 

C.  

CHAPTER I1 DONOR AND TRAPPING ENERGY 
LEVEL MEASUREMENTS 9 

Experimental 9 A. 

B. Measurements of Dark Curren t  vs .  
Tempe r ature 

Variations in the Dark Conductivity of 
Any Par t icu lar  CdS F i l m  

11 

C.  
1 2  

D. Activation Energies for  CdS Films Formed 
U n d e r  V ar ious Evaporation C onditi on s , 
Having Different Surface Treatments  and of 
Di f f e r ent T hi c kne s s e s 18 

Thermally Stimulated Emission Curren ts  20 

Energy Density of Defect States 2 3  

E. 

F. 

CHAPTER 111 MEASUREMENTS O F  DIFFUSION VOLTAGE, 
BARRIER WIDTH AND IMMOBILE ION DENSITY 25 

Expe rimen t al 25 

Capacitance Variations with Applied Voltage - 26 

A. 

B. 
i C.  Capacitance Variation with Temperature  30 

D. Diffusion Voltage, B a r r i e r  Width and 
Immobile Ion Density 31 

E. 

F. 

Interpretation of B a r r i e r  Me as u r  ement s 34 

Effect of Defect States 36 

CHAPTER IV CONDUCTIVITY VARIATION WITH 
APPLIED VOLTAGE 39 
Cur ren t  vs .  Voltage Character is t ic  Curves 

Cur ren t  vs .  Voltage Character is t ic  Curves  in  
the Steady State 41 

Behavior of Diodes Under Illumination 44 

Conduction in the Plane of the CdS F i l m  44 

a t  60 c / s  39 
A. 

B. 

C .  

D. 

V 



CONTENTS (Contd) 

E. 

F. 

CHAPTER V.  

A. 

B. 

C .  

CHAPTER VI. 

A. 

B. 

C .  

A P P E N D I X  A 

APPENDIX B 

APPENDIX C 

1 .  

2 .  

3 .  

4. 

REFERENCES 

Observations of More Than One Mode 
of Conduction 

Interpretation 

OPTICALLY MODULATED CONDUCTIVITY 
WITH VOLTAGE DE-EXCITATION 

Observation 

Experimental  Technique and Resul ts  

Interpretation 

NEGATIVE RESISTANCE IN CdS DIODES 

Ob s e r vati on 

Inter pr e tati on 

Conclusions 

INTEGRATED RESISTIVITY OF DEPLETION 
LAYER 

SCHOTTKY EMISSION FOR REVERSE BIASED 
METAL-SEMICONDUCTOR JUNCTION 

page 48 

DONOR AND TRAPPING LEVEL CONTROL 
O F  CONDUCTIVITY 

Donor Level Control of Conductivity 

Trapping Level Control of Conductivity 

Identification of the Activation Energy, 

With Depth of a Trapping Energy Level, (Ec-ET) 

Identification of the Activation Energy, EA, 

With the Average Energy of Two Trapping Levels 

EA’ 

49 

53 

53 

53 

57 

5 9  

5 9  

6 0  

6 7  

6 9  

7 3  

7 7  

7 7  

7 8  

7 9  

81 

85 

vi 



LIST OF FIGURES 

Page 6 Arrangement of Diodes on Substrate 

Apparatus for Measurement of Thermally Stimulated 
Emission Currents  10 

Variations in Dark Conductivity with Temperature  for a 
Single F i lm  13 

4. Variation of Dark Fermi-Level  with Temperature  15 

5. 

6. Variation of Dark and Light Fermi-Levels  with Temperature  17 

7. 

1. 

2. 

3. 

Variation in  Dark Conductivity with Temperature  for 
Se ve r a1 Films 16 

Temperature  Variation of Thermally Stimulated Curren t  
(is - i ) 22 D 

8 .  Variation of Dark and Light Fermi-Levels  with Temperature  
near a Defect Energy Level, 

Dark Current  Variation with Temperature  for a 2000 A 
Au-CdS-Au Diode 24 
Temperature  Variation of Thermally Stimulated Curren t  
(i - i  ) 24 

22 
0 

ET'  

9. 

10. 

S D  
2 .  11. Variation of 1/C with Voltage for Category I Diodes 

a t  300°K 28 
2 12. Variation of 1/C with Voltage for a Category I Diode 

a t  240°K and a t  300°K 2% 

1 3 .  

14. 

15. 

16. 

17. 

18. 

19. 

20. 

21, 

22. 

Varia%on of 1/C' with Voltage for a Category I1 Diode 
at 300 K 29 
Variaotion of 1/C with Voltage for a Category I1 Diode 
at 77 K 29 
Varia%on of 1/C with Voltage for a Category 111 Diode 
a t  300 K 30 

Variation of Capacitance with Tempera ture  for a Category 111 
Diode 31 

Electron Energies  a t  Blocking Contact 32 

60 c / s  Curren t  vs .  Voltage Character is t ics  40 

60 c / s  Curren t  vs .  Voltage Character is t ics  42 

2 

2 .  

Current  vs .  Voltage, Category I Diode, T=77OK 43 

Cur ren t  v s .  Voltage, Category I Diode, T=300°K 43 

Curren t  vs .  Fo rward  Voltage, Category III(s) 
Diode, T=300°K 45 

vii  



LIST O F  FIGURES (Contd.) 

2 3 .  

24 .  

2 5 .  

2 6 .  

2 7 .  

2 8 .  

2 9 .  

3 0 .  

3 1 .  

32 .  

33 .  

3 4 .  

3 5 .  

36 .  

3 7 .  

3 8 .  

3 9 .  

Current  v s .  Reverse  Voltage, Category III(s) 
Diode, T=300°K 

Cur ren t  v s .  Forward  Voltage, above 1 Volt, 
Category III(s) Diode, T=300  K 

V 2  Dependence of Forward  Cur ren t  v s .  Voltage, 
Category III(s) Diode, T=300°K 

Four th  Root Variation of Diode Charac te r i s t ics  

Bimodal Conduction Charac te r i s t ic  for  an Au-CdS-Ag Diode 

Electron Energy Diagram for CdS Diode (Linear ized Approxi- 
mation; Drawn for Forward  Bias Voltage, V)  

Ci rcu i t  Fo r  Measuring Effect of a Single Pulse on Conductivity 

Conductivity Decay Curves 

Percentage Change in Conductivity with Pulse Length 

Negative Resistance of A1 -CdS-Au Diode a t  Various 
Sweep Frequencies 

Au-CdS-Au Diode Ne ative Resis tance F i l m  No. 188,  
Diode No. 8 .  T=300  K 

Destructive Changes to  Au Electrode During Negative 
Resistance Observation 

Au-CdS-Au Diode. Log I vs.  ( - V ) ' I 4  F i l m  N o ,  188,  
Diode No, 8 .  T=300°K 

Conduction Band Edge vs .  Distance Across  B a r r i e r  

Electron Energy Diagram for Metal-Semiconductor Contact 
(Drawn for Reverse  Bias) 

Charge (-4) Within Semiconductor and I t s  Image ( t q )  in Metal 

Hypothetical Variation of Total Electron Density and F e r m i -  
Level With Temperature  

8 

4 5  

46 

46 
47  

4 9  

5 0  

5 4  

56 

56 

59 

61 

62  

66  

7 1  

7 3  

73 

84  

viii 



CHAPTER I 

INTRODUCTION 

A .  SUMMARY 

This repor t  descr ibes  an investigation c a r r i e d  out in our labora-  

tory of the conduction-mechanisms occurring in thin films of cadmium- 

sulfide, 

laboratory of an analog thin-film triode, which required that we 

measu re  the electr ical  properties of the cadmium sulfide fi lms and 

the influence of thin metal  film contacts on those propert ies .  
1 :;: 

though extensive l i terature  exists 

CdS and considerable r e sea rch  has been c a r r i e d  out on the electr ical  

propert ies  of CdS f i lms,  2' 3 '  

s o  grea t  that i t  is necessary  to undertake a separate  investigation 

of the conduction behavior for the purpose of device fabrication. 

Again, the interpretation of the main conduction processes  i s  dif- 

ferent  for different authors.  

I 

The investigation is  complementary to the fabrication in the 

A l -  

on single c rys ta l  properties of 

the variations in those properties a r e  

The a r e a s  which we have investigated experimentally a r e  donor 

and trapping energy levels ,  metal-CdS fi lm contacts for various 

post-evaporation film treatments ,  the effect of short  duration pulsed 

e lec t r ic  fields on CdS film conductivity, negative resis tance phe - 

nomena ana p-type conduction i n  CdS films. 

Thermally stimulated emission cu r ren t  measurements  on our 

films indicate that they have two prominent s e t s  of energy levels,  

one in the vicinity of 0. 12 eV to  0. 17 eV and the other in  the vicinity 

of 0 . 3 3  eV to 0 . 3 7  eV below the conduction band. Both of these se t s  

of levels a r e  considered to be associated with electron trapping 

centers .  

10'' per c m  , although this anomalously high value should be reduced 

in proportion to the photoconductive gain. 

gies taken f rom dark  conductivity measurements ,  have shown ad- 

ditional levels in the 0.  004 eV to 0. 1 eV region, considered to be 

The total  energy density of these levels is of the order  of 
3 

Electron activation ener  - 

:s 
Superscr ipts  refer  to numbered i tems in the Lis t  of References 

- 1 -  



- 2  - 

associated with donors, and have also shown a remarkably con- 

sistent 0 . 3 3  eV energy level. 

emission current  peak a t  0.14 eV, which appeared for  films that had 
5 sulfur  diffused into them, agrees  with the resu l t s  of Kulp and Kelly 

fo r  intersti t ial  sulfur. F o r  all of our films there  was no indication 

of any pronounced energy level between 0 .20  and 0 .30  eV, regard-  

l e s s  of post-deposition heat treatment a t  10 t o r r ,  exposure of 

the CdS films to argon or oxygen glow discharge,  or to diffusion 

of sulfur into the films. In Chapter I1 we consider the thermally 

stimulated emission cur ren t  measurements  in detail.  

A pronounced thermally-stimulated 

-5  

B a r r i e r  measurements on Au-CdS films exhibit Schottky be- 

havior corresponding to an immobile ion density within the CdS 

fi lms of 10 per c m  . This behavior holds for a l imited bias 

voltage range near the ze ro  bias condition. 

Schottky model outside this range can be explained in  terms of 

higher resist ivity or  art if icial  b a r r i e r  l aye r s  within the CdS film 

adjacent to the blocking electrode. 

evaporation treatment of the CdS film either before o r  after evapo- 

ration of the blocking electrode. 

factor is the importance of the reserve  region within the CdS film. 

17 3 

Deviations f rom the 

These a r i s e  f rom post-  

Another possible contributing 

The current-voltage behavior of our Au-CdS-Au films is largely 

dependent on the Au-CdS b a r r i e r  at  the gold electrode evaporated 

over the CdS film, ra ther  than on the gold electrode under the film, 

which i s  invariably an electrode injecting contact, o r  on the bulk 
2 propert ies  of the CdS film. A V dependence, corresponding to 

space-charge -limited cur ren ts  in the presence of shallow trapping 

levels,  has  been observed only over l imited voltage ranges.  This 

behavior w a s  only found where diffused sulfur or  oxygen glow dis- 

charge processes  were c a r r i e d  out. In general ,  however, the for -  

ward cur ren t  i s  according to a higher power of the voltage, o r  is 

exponential; the reverse  cur ren t  var ies  with V1I4 .  The CdS 

film surface resist ivity,  measured  with electrodes both on the 

substrate  side of the CdS film, is of the order  of 10 -10  ohm-cm 

af ter  post-evaporative t reatments  a r e  made.  

3 5  
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A bimodal form of conduction was observed in several  f i lms of 

Au-CdS-Ag diodes which had been annealed in 

at  3OO0C, for approximately six hours before deposition of the s i lver  

e lectrode.  This bimodal f o r m  was one in which the l inear conduction 

charac te r i s t ic  of the bulk CdS film and the CdS-Ag rectifying charac-  

te r i s t ic  were  both displayed on the same t race  at  60 c / s .  

sition f rom rectifying to ohmic took place when the r eve r se  break-  

down voltage had been reached, and had an accompanying cur ren t -  

controlled negative resis tance region; the transit ion to  rectifying 

occurred a t  a very low forward voltage and had an accompanying 

voltage-controlled negative resistance region. 

this  effect had not been observedpreviously for CdS fi lms. 

current-voltage behavior of our films i s  examined in  Chapter IV.  

t o r r  p re s su re ,  

The t r an -  

So far a s  i s  known, 

The 

We observed a voltage de-excitation over severa l  o rde r s  of 

magnitude of cur ren t  at  77OK i n  CdS fi lms which had been optically 

excited. Although the effect of electric fields on single c rys ta l s  is 

known, no observations have been reported on the effect of va r i -  

able amplitude and variable duration pulses on polycrystalline f i lms.  

Our measurements  s e e m  to agree with the interpretation given by 

Kallman and Mark A de-  

tailed description of these measurements  is  given in  Chapter V .  

We have observed a current-controlled negative resis tance 

6 of an increase in recombination ra tes .  

that bears  a marked resemblance to a s imi la r  effect described by 

Henisch for point contact rect i f iers  of Ge, Si, PbSe and PbS. It 

should be pointed out that negative res i s tance  effects in thin films 

is by no means a new discovery; 

Chopra 

two models f o r  the dominant mechanism, of which the model of pair  

production by avalanche following Schottky emission is the more  

real is t ic .  

7 

i t  has  a lso been observed by 
8 and by Beam and Armstrong. In this repor t  we present  

Our observations a r e  described in  Chapter VI .  

10 
P-type CdS films have been formed in  our laboratory by 

W .  J .  Gajda 

amount of copper in the range 1 .5-5 .0  percent by weight will pro-  

duce p-type conduction. 

m a r y  means of verifying that the c a r r i e r s  were holes.  

diode s were succe s sfully fabricated; 

who determined experimentally that the addition of an 

The Seebeck effect was used a s  the p r i -  

P - N  CdS 

their  rever  se  charac  te r i  s t ic s , 
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however, proved to  be extremely leaky. 

s ea rch  on p-type CdS is  not included in this repor t ,  since i t  i s  

descr ibed in detail in a thesis .  

A discussion of this  re-  

10 

B ,  STRUCTURE OF THE CdS FILMS INVESTIGATED 

The electr ical  properties of thin Cds films, a s  is  well known, a r e  

greatly affected both by the film growth and by subsequent post- 

evaporative treatments.  

t o  resul t  in  a non-stoichiometric film, being deficient in sulfur  

atoms. 

s o  that film conduction i s  n-type. 

t empera tures  are  very  important in  determining the composition of 

these films, we found that impurit ies in the CdS evaporant a l so  s e e m  

to play an important role in their  composition. Although no compre -  

hensive program to study the mechanisms of film growth was under-  

taken, some qualitative observations were made. F i lms  evaporated 

f rom G d S  powder which contained approximately 200 ppm impuri t ies  

(mainly lead) ,  as determined by spectro-chemical  analysis ,  showed 

only t race  amounts, i f  any, on analysis of the evaporated fi lms; films 

evaporated from luminescent grade CdS condensed much l e s s  readily 

and with a lower stoichiometric ra t io  on glass substrates  than did 

the films evaporated f rom the mater ia l  containing higher amounts 

of impuri t ies .  

some way sensitive to the mater ia l  of the source.  It i s ,  therefore ,  

suggested that a much more  detailed study of the role of impurit ies 

in  the nucleation and growth of CdS films should be made. 

The tendency in  the growth of CdS films is 

These sulfur vacancies have associated donor energy levels ,  

Although both source and substrate  

W e  a lso believe that the ra te  of evaporation i s  in  

On the other hand, severa l  post-evaporative t reatments  of the 

films were  investigated fair ly  extensively. Since conduction normal  

to the plane of the CdS films w a s  examined, usually with a blocking 

contact at  the top sur face  of the fi lms, i t  i s  convenient for the pur-  

poses of this  report to classify the result ing diode s t ruc tures  as being 

in  one of three categories.  

between any two categories  i s  in  the degree to  which the region of the 

CdS f i lm  adjacent to the top surface ( remote  f r o m  the substrate)  is 

affected by the post-evaporative t reatment .  

W e  believe that the essent ia l  difference 

Briefly: 
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Category I diodes a re  anealed following deposition of the 
blocking electrode 

Category I1 diodes a re  annealed before deposition of the 
blocking electrode 

Category I11 diodes have an art if icial  blocking layer  formed 
ei ther  by oxygen glow discharge o r  by a layer  
of evaporated and diffused sulfur before de-  
position of the blocking electrode. 

A m o r e  detailed description of the techniques used to f o r m  these 

categories  is given in the next section. 

investigation of the depth of the region which i s  affected by these 

t rea tments  could a l so  be made by longitudinal res is t ivi ty  measu re -  

ments  on both lower and upper su r faces  of the films. 

investigation was made with conduction normal  to  the f i lms ,  

I t  is suggested that a separa te  

Most of our 

C .  EXPERIMENTAL 

The thin film evaporations were  made i n  a CEC model LC 1-1 8A 
-5  vacuum coating unit at a p re s su re  of 1 - 2 x 10 

equipped with a rotatable source holder,  permitting the selection of 

up  to  six sources ,  one at  a t ime,  

above the source ,  with a movable mask  holder immediately below the 

subs t ra te .  Both sources  and masks could be moved f r o m  outside the 

vacuum sys tem,  allowing a sequence of evaporations to  be made in 

one pumpdown. When required,  the substrate  was heated by a 

G.E.  250 watt quartz  rod heater,  placed approximately 3 c m  above 

i t .  

thermocouple placed in  contact with the (upper) side of the substrate  

remote  f r o m  the source.  

t o r r .  The unit was 

The substrate  was mounted 24 c m  

The substrate  temperature  was measu red  with an iron-constantan 

Cadmium sulfide, su l fur ,  gold, s i lver  and indium film evapo- 

ra t ions were  made f r o m  6 c m  x 1 c m  molybdenum boats;  

was evaporated f r o m  1 c m  diam helical  tungsten coi ls .  

used  was Baker  and Adamson Lots K305 and P042, and Sylvania 

luminescent grade type S-20. Film thickness,  i n  the case  of meta l  

films, was obtained f r o m  the amount of meta l  evaporated using the 

Knudsen source  law; in the case of CdS films, film thickness during 

evaporation was obtained by observation of the color of interference 

aluminum 

The CdS 
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fringes produced in ref lected white light. 

profile a t  an edge was a l so  obtained following evaporation by an in t e r -  

fe rence  method which did not require  an overlying contour film. 

The CdS film thickness 

11 

The substrates  were 75 x 25 mm Fi she r  microscope glass  s l ides ,  

ultrasonically cleaned in  detergent solution, r insed  in  disti l led water ,  

then in Merck reagent isopropyl alcohol and heat dr ied in  isopropyl 

vapor.  

The e l  e c t r ode c onfi gur ati on f o r c on duc tivi t y me  a su r  e ment s 

normal  to  the CdS film i s  shown in F ig .  1. Electrode 1, evaporated 

CADMIUM SULFIDE 

GLASS SUBSTRATE 
n r r p  

(ELECTRODE 1 )  

J 
\ (ELECTRODE 2) 

Fig. 1 Arrangement of Diodes on Substrate 

direct ly  onto the glass,  was invariably an electron injecting contact, 

even when gold was used for the mater ia l .  

range 400-1000 A .  

measurements ,  i t s  thickness being l imited to the range 20ON4O0 A 

s o  that the underlying CdS film could be optically excited.  

I ts  thickness was in  the 
0 

Electrode 2 was of gold for  most  conductivity 
0 

The techniques used to f o r m  the various categories  of diodes 

were: 
0 

Category I: The injecting electrode (2400 to 1000 A gold or 

indium) and the CdS film were evaporated. 

then be exposed f o r  two minutes to a glow discharge bombardment 

The CdS surface might 
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i 

of argon ions at 50 Wg pressure  and 1500 to 2000 volts, before 

evaporation of the second electrode. The ion bombardment was 

c a r r i e d  out with the f i lm  a t  room temperature .  

ration of the second electrode, the complete diode s t ructure  was 

annealed a t  3OO0C for severa l  minutes in a i r  a t  atmospheric pressure .  

It was observed that argon ion bombardment, and in a few cases ,  

annealing, was not essent ia l  to the formation of this c lass  of diode, 

but that for most  diodes i t  did enhance the contact formation process .  

Following the evapo- 

Category 11: The injecting electrode and CdS film were evapo- 

ra ted .  

annealed at t o r r  p re s su re .  Annealing t imes and substrate 

tempera tures  ranged f rom 1/2 hour a t  36OoC to one hour at 32OoC.  

After annealing had been completed, the film was cooled to ambient 

temperature  and the CdS surface might then be exposed for two 

minutes to a glow discharge bombardment of argon ions at  50 pHg 

p res su re  and 1500 to 2000 volts. Again, i t  w a s  verified that argon 

ion bombardment was not an essential  par t  of the contact formation 

process ,  but did enhance i t .  The second electrode ( 2 0 0  to 400 A 

gold) was then evaporated. 

Before the evaporation of the second electrode, the f i lm was 

0 

Category 111: The injecting electrode and CdS film were evapo- 

ra ted  and the substrate  cooled to  ambient temperatiire. An artir'iciai 

blocking layer  was then formed on the surface of the CdS film before 

the evaporation of the second electrode. 

was formed either (a) by exposing the surface to  bombardment by 

oxygen ions at 100 pHg p res su re  and 1000 volts for 30 minutes, o r  

(b) by evaporating a layer  of sulfur of l e s s  than 100 A and diffusing 

it into the cadmium sulfide film by heating the substrate to 9OoC 

This art if icial  blocking layer  

0 

for  five minutes.  In both cases ,  (a) and (b) ,  the substrate  was cooled 

to ambient temperature  before evaporation of the second electrode. 

Since the cadmium sulfide films exhibit n-type conductivity, in 

general  due to sulfur vacancies, i t  is very likely that atoms of 

oxygen or  sulfur occupied these vacancies, consequently forming 

a layer  of l e s s  n-type cadmium sulfide. 

and diffused sulfur, it  i s  a lso likely that a thin insulating layer  of 

sulfur was formed. 

In the case  of evaporated 



CHAPTER I1 

DONOR AND TRAPPING ENERGY L E V E L  MEASUREMENTS 

A knowledge of the location and energy density of electron energy 

levels  within the forbidden gap in CdS films is relevant to predicting 

the behavior of these films when used in space-charge-limited cu r ren t  

devices.  A s  pointed out by Wright, the presence of high-density, 

shallow -trapping levels can  enhance the gain-bandwidth product of 

an analog-triode type device; whereas,  the presence of high-density, 

deep-trapping levels  will have an adverse effect. 

shallow-level t r aps ,  i n  addition to donor s ta tes ,  affect the electronic 

conduction behavior of the contact region between a thin metal  film 

and the CdS film. Our measurements  show that there  a r e  two se t s  

of energy levels ,  one i n  the vicinity of 0.12 eV to 0. 17 eV and the 

other i n  the vicinity of 0.33 e V  to 0.37 eV below the conduction band, 

both se t s  considered to be associated with electron trapping centers .  

Additional levels in  the 0.004 eV t o  0.1 eV region a r e  considered to 

be associated with donor s ta tes .  

only electron trapping has  been considered. W e  have determined the 

location in energy of levels  within the forbidden gap and their  energy 

densit ies f r o m  the measurement  of thermally st imulated emiss ion  

cu r ren t s .  

Fermi- leve l  analysis  t o  the measurement  of the dark  conductivity of 

the C dS films to obtain electron activation energies .  

12 

High-density, 

Due to the  low mobility of holes, 

Additional information has  been gained by applying a 

A. EXPERIMENTAL 

The apparatus used for  measuring dark and light conductivities 

and thermally st imulated currents  is shown in F ig .  2 .  The substrate  

holder consisted of a semi-cylindrical  aluminum block in  which were  

embedded three  ce ramic  insulated tungsten heater  coils connected in 

s e r i e s .  The holder was placed in a close-fitting pyrex tube within a 

liquid nitrogen Dewar. 

pump and was surrounded by an opaque foil to permi t  cu r ren t  measu re -  

ments  to be made in  darkness ,  still  allowing circulation of liquid 

nitrogen around the pyrex tube. 

The pyrex tube was connected to  a vacuum 

A lucite rod, the lower end of which 

-9- 
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was  cut at  45' and s i lvered,  allowed illumination of any one of the 

diodes on the substrate without removal of the pyrex tube f rom the 

Dewar. 

Heating ra tes  of up to 0 .2O K/sec and l inear  to *5 percent within 

the range 77OK to 400°K were obtained. 

diode electrode was made by beryllium-copper s t r ip s  which made 

p res su re  contact to a s i lver  film painted over each electrode. 

contacts were used for any particular diode measured,  two of which were 

current-supply contacts, the other two were  voltage-measuring con- 

tac t s .  

couple clamped to  the aluminum substrate  holder.  

were  both measured by means of Hewlett-Packard Model 412A micro-  

volt - ammeter  s .  

Electr ical  contact to each 

Four  

Temperature  was measured using an iron-constantan thermo- 

c u r r e n t  and voltage 

Before each conductivity v s .  temperature  measurement ,  the 

a i r  p re s su re  in the tube containing the substrate  holder was reduced 

to approximately one micron H 

With the diode leads shorted,  the temperature  was ra i sed  to between 

100°C and 14OoC before being lowered to  77OK. I t  was necessary  to 

per form this cycle to obtain the lowest cu r ren t s  at  7 7  K .  

this la t te r  process  greatly aided the depopulation of the deeper 

trapping energy levels within the band gap. 

with the diode kept i n  darkness .  
g' 

0 Probably 

3. MEASUREMENTS OF DARK CURRENT VS. TEMPERATURE 

The measurements  of dark current and thermally st imulated 

emiss ion  cur ren t  descr ibed in this chapter were all taken with 

electrode 1 biased positively with respec t  to electrode 2.  The 

voltage applied between the electrodes was 20 m V ,  that i s ,  in  the 

l inear  region of the cur ren t  - voltage curve. 

conductivity i s  stated,  this has been calculated assuming that the 

voltage var ies  l inearly over the total thickness of the film. 

e r r o r  introduced by this assumption into energy level calculations 

is  not too great .  

to be 10 m m ,  (the electrode overlap a r e a )  which may not be co r rec t  

due to the dominant conduction probably existing along grain boundaries. 

Where a value for 

The 

Again, the active a r e a  of the CdS film i s  assumed 
- 2  
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for  most  CdS films uD, Measurements of dark conductivity, 

D displayed l inear relationships of 1 n u  with inverse  tempera ture ,  

I t  was observed that for any one film a l inear  par t  of the curve 

holds only for a cer ta in  tempera ture  range, but over the whole t emper -  

a ture  range between 77OK and 380°K, there  were ,  a t  mos t ,  four 

l inear  par t s .  

dominant conduction mechanism could be attr ibuted to e lectrons 

excited f r o m  a level of energy Ei, then 

Assuming that over any par t icular  l inear  region the 

assuming non-degenerate s ta t is t ics  to hold, and where 

E = E  - E  a C i 

is the electron activation energy. 

l inear  region could, therefore,  be obtained f rom the slope of the 

lnu vs .  1/T curve or  f rom the slope of In i,, vs .  1/T, where D 
i is  the dark cu r ren t  result ing f rom the constant applied voltage. D 

The activation energy for each 

C. VARIATIONS IN THE DARK CONDUCTIVITY OF ANY 
PARTICULAR CdS FILM 

Before measurements  of dark cur ren t  were taken, the film 

temperature  was f i r s t  r a i sed  to 380°K before being lowered to  

77OK. 

out, the conductivity a t  77OK would have been seve ra l  o rde r s  of 

magnitude la rger  than when this temperature  cycling was initiated. 

However, even af ter  cycling, i t  was observed that the depopulation 

of energy levels close to  the conduction band had not reached the 

equilibrium state for 77OK. An example of this i s  given in Fig.  3 
where repeated dark  conductivity measurements  have been made on 

a single CdS film. F r o m  conductivity decay curves  (Chapter V )  for 

tempera tures  between 77OK and room temperature ,  it can be shown 

that negligible e r r o r  is introduced by decay during the l inear  temper-  

a ture  r i s e  from 77 K where an equilibrium population of trapping 

levels  has  not been reached a t  the low tempera ture .  

It was  observed that i f  this procedure had not been c a r r i e d  

0 
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The activation energies  f r o m  Eq.  2.1,  over  var ious t empera tu re  

ranges, for a film (No.  239/4) on which a series of conductivity m e a s u r e -  

ments  were  made are given in  Table 1. 

Table 1 

Activation Energies  F o r  One Film 

Run Activation Energy (electron volts) and Tempera ture  Range - 

1 0.055 eV(80°K-1700K); 0.029 eV(170°K-1900K); 

0.33 eV(190°K-3500K) 

2 0.13 eV(1OOOK-23OOK); 0 .33  eV(23O0K-35O0K) 

3 0.034 eV(80°K-1500K); 0.055 eV(150°K-2400K); 

0.33 eV(240°K-3500K) 

4 0.01 eV(80°K-1500K); 0.055 eV(150°K-2400K); 

0.33 eV(240°K-3500K) 

Run N o .  1 w a s  made without tempera ture  cycling and shows that 

a level a t  0.055 eV was s t i l l  largely populated at 80°K. 

3, and 4 were  made af ter  tempera ture  cycling and display var ious 

degrees  of energy level population at the low tempera ture .  

sistency i n  the 0.33 e V  level  is found for all runs ,  which ag rees  with 

the predominant energy level  in  the vicinity of 0 .33  e V  found by the rma l -  

ly  st imulated emission cu r ren t s .  

Runs Nos. 2, 

A con- 

A Fermi-level analysis can be performed,  assuming the applied 

voltage is distributed uniformly a c r o s s  the width of the fi lm, that  the 

active area i s  known, and neglecting any tempera ture  var ia t ion of 

mobility o r  variation of the effective density of states in the conduction 

band. 

o r  
N c q P A  

id  EF = E - k T I n  
C 

(2 .3)  
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- where i - 

0 - =  

n =  
C 

P =  

q =  
N =  

C 

A =  

d =  

v =  
EF - 

k =  
T =  

- 

total current,  in amps 

conductivity, in  (R - cm)-' 

f ree  electron density, c m  

2 electron mobility ; 4 c m  /volt-sec 

electronic charge 

effective density of s ta tes  at  the lower edge of 

the conduction band, qNc= 1 .6  coulombs/cm 

diode a rea  = 10 c m  

CdS film thickness, c m  

applied voltage 

Fermi- level  energy, in  eV 

Boltzmann constant = 8.62 x 

absolute temperature,  K 

-3  

3 

-2  2 

eV/OK 
0 

The Fermi- leve l  variation with temperature  for  the two lowest con- 

ductivity runs,Nos. 2 and 3, is given in  Fig.  4. F o r  a temperature  

E = O  C 
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Fig. 4 Variation of Dark Fermi-Level With Temperature 
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Fig. 5 Variation in Dark Conductivity with Temperature for Several Films 
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range lower than 200°K in  each run the variation i s  l inear :  

EF = E 0 - A T  (2.4) 

where A i s  a positive constant. Several  models to identify the con- 

s tants  E A, together with a discussion of possible reasons for  the 

activation energies, a r e  contained in Appendix C .  
0' 

A possible explanation for the predominance of the 0.029 eV 

level in  the mid-range of temperature (170°K to 190°K) in run No.  1 ,  

is that i t  is  associated with a center having a f a i r ly  large recapture  

c ross -sec t ion .  

the la rge  number of c a r r i e r s  excited f rom the 0 , 0 5 5  eV level over 

the temperature  range 80°K to 170°K, which were then re-exci ted 

between 170°K and 190°K. 

In the conditions of run  No.  1 it was  populated by 

The variation of Fermi- level  with temperature  for both dark  

and light conductivity measurements is shown in  Fig.  6 .  
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Fig. 6 Variation of Dark and Light Fermi-Levels with Temperature 
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D. ACTIVATION ENERGIES FOR CdS FILMS FORMED UNDER 
VARIOUS EVAPORATION CONDITIONS, HAVING DIFFERENT 
SURFACE TREATME'NTS AND O F  DIFFERENT THICKNESSES 

The variation of dark  conductivity with tempera ture  was obtained 

for  severa l  CdS films in Categories  I, 111 (sulfur)  and 111 (oxygen). 

Dark conductivity measurements  were  made on a Category I1 diode 

at  77OK and at  300°K. 

sulating layer ,  that is ,  those i n  Categories 111 (oxygen) and 111 

(sulfur) have lower conductivity, which is to  be expected, and have 

very  consistent activation energies  . 

Diodes having ei ther  an in t r ins ic  o r  an in-  

Table 2 l i s t s  the activation energies  of those diodes, typical 

examples  of whose conductivities a r e  given in F i g .  5. Activation 

energies  obtained during dark  conductivity measurements  other than 

those given in  Fig.  5 a r e  a l so  included. 

surface type number r e f e r s  to  that given by A. Aponick. l 3  Although 

no electron microscope investigation was c a r r i e d  out on these 

particular films, the evaporation conditions were  held a s  closely a s  

possible to  the conditions used  by Aponick. 

In the table,  the CdS film 



Film 
Number 

199/1 

200/7 

184/8 

176/8 

187/3 

188/3 

- 

239/4 

N3/9 

--- 

291/2 

2 92/2 
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Table 2 

Activation Energies for Several  F i lms  

Diode 
C ate - 
gory 

~ 

C dS Film 
Surface 

Treatment 

Argon ion 
bombardment 

Argon ion 
bombardment 

___- 

CdS Film 
T hi c k,- 
ness  A 

700 

CdS Fi lm 
Surface 
TY Pe 

Activation 
Energies 

( e V  1 

1 I 0.059, 0.27 

I 2 0 . 0 0 6 ,  0 . 3 3  2050 

3400 

4800 

4800 

~ 

0.178, 0 .33 
0.43. 0 .59  

I 2 none 

Argon ion 
bombardment 

Argon ion 
bombardment 

2 

~~ 

0.041,  0.34 1 

0.053, 0 .29 I 2 

Argon ion 
bombardment 

0,008, 0.02 
0.043, 0.35 
0 . 5 9  

I 2 4800 

-- - 

4800 0.008, 0.034 
0.057,O. 33 

Argon ion 
bombardment I 2 

.- - 

3 
Evaporated 

and diffused 
sulfur 

O.OU4, 0 .  12 
0.27, 0.29 

111s 4800 

~~ 

Oxygen ion 
bombardment 1110 0.004, 0.134 

0 . 2 1  

0.023, 0.098 
0.137, 0.25 

4800 1 

Oxygen ion 
bombardment 1110 4800 L 
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E .  THERMALLY STIMULATED EMISSION CURRENTS 

The energy below the conduction band, ET, of a defect state 

(either donor or trapping level)  is obtained14 f rom the peak t emper -  

a ture ,  T for which there is  a maximum in the difference between 

the cur ren t ,  i af ter  optical stimulation, and the cur ren t ,  i be- 

fore optical stimulation, a t  the temperature ,  T 

m' 

S J  D' 

m' 

in  which p - - electron mobility in  the CdS films 

A - - diode a r e a  = 10-2 c m  

d - - CdS film thickness, c m  

V - - applied voltage = 20 x 10-3 volts 

i - - value of light cur ren t ,  i a t  temperature  T 

= 4 cm/volt-sec 
2 

sm S '  m 

Several  methods have been given by various authors for  calcu- 

lating defect state energies  f rom either "glow curves" o r  f rom 

thermally stimulated emission cur rents, 14-22 

have compared eleven different methods and have found that Bube's 

method, used  in  this report ,  is superior for heating rates up to 

1.  S0K/sec. Nicholas and Woods24 have also cri t ically compared 

severa l  methods. 

23 Ditt field and Voigt 

The energies of defect s ta tes  using Eq. 2 .5  were  obtained for 

CdS fi lms contained in diodes in Categories I, I11 (sulfur),  and I11 

(oxygen). 
CdS su r face  types 2 and 4 were examined. 

made on CdS film thicknesses ranging f rom 700 A to 5000 A. 

Diodes in these Categories,  a s  well as  diodes formed f rom 

Measurements were also 
0 0 

For  most  &odes examined there  were  two thermally st imulated 
0 emission current  peaks, one i n  the vicinity of 90 K,  and one be- 

tween 280°K and 34OoK. In all  cases there i s  a cu r ren t  minimum 

a t  170°K. 

0.12 eV and 0.14 eV, and between 0.37 eV and 0.42 eV, respectively.  

Energy levels  having correspondingly smal le r  thermally stimulated 

peak 

The energy levels corresponding to  the peaks l ie  between 

cu r ren t s  have been found at  0.31 eV, 0.33 eV, and 0.37 eV. 
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A. 

The rmal ly  Stimulated 
Activation Energies Emission Cur ren t  

Diode Number (electron volts ) Levels (electron volts)  

~- 
199/1 0.059, 0.27 0.31 

200/7 0,006, 0.33 0.33, 0.34 

0.14, 0.42 184/8 

176/8 0.041, 0.34 0.36 

187/3 0.053, 0.29 

188/3 

0.178, 0.33, 0.43, 
0.59 

N o  distinct level  - 

0.12, 0.37 0.008, 0 .02 ,  0.043, 
0.35, 0.59 

0.008, 0.034, 0.057, 
0.33 0.125, 0.37 2 3 9/4 

N3/9 

291/2 0.004, 0.134, 0.21 0.37 

2 92/2 0.25 4 

0.004, 9.12, 0.27, 0.145, 0.15, 
0.29 0.36, 0.39 

0.18, 0.32, 0.51 0.023, 0.098, 0 ,137,  

A list of energies  found by this method for typical diodes measured ,  

together with a comparison of their activation energies  is given i n  

Table 3. 

Table 3 

Activation Energ ies  and Thermally Stimulated Emiss ion  Cur ren t  Levels 
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If, how- will be found a t  D, corresponding to a tempera ture  

eve r ,  the optical excitation only shifts the Fermi- leve l  f r o m  A to 

a point E, no peak cu r ren t  i s  observed a t  temperature  T 

Tm. 

m' 
In films having diffused sulfur (Category 111s) there  i s  a pro-  

0 nounced peak a t  90 K, corresponding to 0.14 eV below the con- 

duction band. 

who find that inters t i t ia l  su l fu r  contributes to  an edge emission center  

0.14 eV below the conduction band. These diodes had  very small 

dark cur ren ts ,  and i t  was observed that the light current ,  i in-  

c r e a s e d  steeply when approaching the peak value, i 

This resul t  i s  consistent with that of Kulp and Kelley, 

S '  

sm' 
The predominance of the 0.33 eV level is clear ly  seen  in  the 

example given in Figs .  9 and 10. 

F. ENERGY DENSITY O F  DEFECT STATES 

The total  energy density of levels within the forbidden band, 

N T ,  per  unit volume of the CdS film was obtained f r o m  the integral  

of the thermally st imulated cur ren t  (is-i ) over the measu red  

tempera ture  range. Thus 
D 

N T 

in  which NT(E)dE = density of levels  of energies  within 
( E , E  t dE) 

V' = volume of CdS film 

p = constant ra te  of tempera ture  inc rease  

Measurements  of (i -i ) as in F igs .  7 o r  10 give total energy densi-  

t i e s  of the o rde r  of l o z 2  per  cm3. 

was concluded that only a total energy density, r a the r  than an energy 

distribution could be meaningfully obtained. The anomalously high 

value for  the energy density should be reduced in  proportion to  the 

photoconductive gain, i f  the large thermally st imulated cu r ren t  i s  

the r e su l t  of e lectrons circulating through the film m o r e  than once 

before undergoing recombination. 

removal of holes produces a negative space charge in the vicinity of 

the blocking contact, thereby effectively reducing the b a r r i e r  height 

and increasing the thermally stimulated cur ren t ,  is a l so  possible.  

s D  
F r o m  a Fermi- leve l  analysis ,  i t  

An alternative explanation that 
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CHAPTER I11 

MEASUREMENTS OF DIFFUSION VOLTAGE, 
BARRIER WIDTH AND IMMOBILE ION DENSITY 

The electronic conduction behavior of evaporated thin CdS films 

i s  greatly influenced by the nature of the electr ical  contacts, which 

may  form ohmic (electron injecting) or  blocking junctions to  the CdS 

f i lms.  The electron energy profile of the blocking junction between 

meta l  and CdS films was determined for our films by measuring the 

diffusion voltage, 

mobile ion density, 

f r o m  measurements  of the variation of the incremental  capacitance 

of the junction with applied bias voltage. 2 5  Measurements of the 

capacitance-temperature variation were  also made for our f i lms.  

The nature of the contact between evaporated gold films, ranging 

in thickness f rom 400 A to 1000 A, and evaporated CdS f i lms,  ranging 

f r o m  3400 A to 5000 A,  was investigated for gold-CdS-gold and 

indium-CdS-gold diodes. The blocking contact for these diodes was 

formed,  in all ca ses ,  in the region of the gold electrode evaporated 

over  the CdS film. The electrode evaporated directly onto the sub- 

s t r a t e  before the CdS evaporation always behaved as  an injecting (o r  

much less blocking) electrode. The three  categories of diode r e fe r  - 
r e d  to in  the preceding chapters  were investigated. 

explained, the differences between these categories  a r e  essentially 

differences in  the post-evapor,ative t reatment  of the CdS film either 

before  o r  a f t e r  deposition of the second electrode. 

and the im- p 0’ 
+o, the junction o r  b a r r i e r  width, 

These quantities were,  in turn,  derived ND‘ 

0 0 

0 0 

As previously 

A.  EXPERIMENTAL 

Incremental  capacitance measurements  were made using a 

General  Radio 1650A impedance bridge, having a signal frequency 

of 1 kc/s .  

5 m V  peak-to-peak, s o  that negligible e r r o r  was introduced by the 

nonlinearity of the cur ren t  v s .  voltage charac te r i s t ic  of the diode. 

The small  signal equivalent circuit was the combination of a var i -  

able junction resis tance,  R in  parallel  with a variable junction 

capacitance, C 

The maximum signal applied to any diode was l imited to 

P’ 
both in s e r i e s  with the bulk CdS film and lead  

P’ 
-25- 
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Simultaneous measurements  were taken of C' and 
R S '  P 

re si s tan ce , 
the dissipation factor,  D, defined by 

where R'  and C'  a r e  the resis tance and capacitance of an 

equivalent parallel  two-element c i rcui t  a c r o s s  the bridge measuring 

terminals .  F o r  the diodes investigated, R '  = R and C'  = C 

with negligible e r r o r .  Immediately following each measurement  of 

C and D with an applied bias voltage, corresponding measu re -  

ments  of C and Do were made, where C and Do a r e  the 

values of C and D with no applied bias voltage. A restr ic t ion 

in  the range of b i a s  voltages had to  be made s o  that the dissipation 

factor D remained under 2 0 ;  above this value i t  was found i m -  

possible to obtain a unique bridge null. To  a s s i s t  in obtaining an 

accurate  null, the bridge output was displayed on an oscilloscope. 

All measurements  were taken with the diodes s tored  in  dark-  

P P 

P P P P  

P P 
PO PO 

P 

ness  for a sufficiently long t ime for  the values of C 

reach equilibrium, 

30 minutes at  room temperature .  At 77OK consistent values were 

obtained only after severa l  cyclings of the measurement  of capaci-  

tance vs .  applied voltage. 

and Do to 
PO 

This t ime was generally of the o rde r  of 15 to 

The variation of incremental  capacitance with voltage was 

measu red  both at room temperature  and at  liquid nitrogen temper-  

a ture .  

was a lso  obtained for aCategory 111s (sulfur diffused) diode. 

frequency dependence of capacitance was measu red  by Ebner 

f o r  diodes evaporated under conditions s imi la r  to those of Gate- 

gory I diodes. 

The temperature  dependence of incremental  capacitance 

The 
26 

B. CAPACITANCE VARIATIONS WITH APPLIED VOLTAGE 

The following variations of capacitance with applied voltage 

were observed for the severa l  categories  of diode. 
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1.  Category I Diodes 

2 The variation of 1/C with applied voltage a t  300°K was ex- 

t r eme ly  rapid, and was l inear  over a very smal l  bias voltage range 

(50 to 100 mV), a s  shown in Figs.  11 and 12. F o r  forward bias 
2 values,  the 1/C 

value. However, this occurred for forward bias voltages where the 

dissipation factor was high and only a lower bound on the constant 

capacitance value could be obtained. 

(electrode 1 positive) at  300 K, there  was concavity downwardof 
2 2 

the 1/C vs .  V curve which resulted either in a constant 

value or  even in a turning-over of the curve for r eve r se  bias  voltages 

g rea t e r  than 120 m V .  

variation tends asymptotically towards a constant 

In the r eve r se  bias region 
0 

1/C 

2 At a lower temperature  (240°K), the 1/C vs. V variation shown 

in  F i g .  13, becomes l inear  over a 300 m V  range and the concavity 

downward now extends into the forward bias region. 

whether the asymptotic tendency of the curve for  forward bias 

voltages at  300°K would s t i l l  be found. 

C is sma l l e r  and the slope d( l /C )/dV i s  l e s s ,  both of which 

give a higher forward voltage intercept of the 1/C 

I t  is not known 

At the lower tempera ture ,  
2 

PO 2 
curve.  

2 .  Category 11 Diodes 

2 At room tempera ture ,  the 1/C vs .  V curve has  a l inear  

relationship up to 0 .  9 volts reverse  bias and to  0 . 4  volts forward 

bias  (Fig.  13).  Near  the ze ro  bias point there i s  , however, a 

slight tendency to concavity downwards. There  is  no evidence of 

any tendency towards a constant 1/C 

bias .  At liquid nitrogen temperature  (Fig.  14) there  is a level-  

l ing off a t  a constant value of 1/C2 equal t o  9 x 1017 farads 

r e v e r s e  bias up to  0 . 9  volts, the curve is quite l i nea r ,  

2 value with increasing forward 

- 2  . F o r  

Before capacitance readings were  taken for  the Category I1 

diode, the diode was s tored  in  darkness for severa l  hours .  

a r eve r se  bias voltage increased the zero-bias  capacitance,  

With repeated excursions of the r e v e r s e  bias to the maximum used, 

the value of C 

crements ,  finally reaching a steady value af ter  four excursions.  

this  stage a repeatable variation of incremental  capacitance with 

both r e v e r s e  and forward b ia s  could be obtained. 

Applying 
C 

PO' 

increased  with each excursion but by smal le r  in -  
PO 

At 
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1.2 0.8 0.4 0 0.4 0.8 1.2 
ELECTRODE 1 ELECTRODE 2 
POSITIVE POSITIVE 

V (VOLTS) 

2 Fig. 13 Variation of 1/C with Voltage for a Category I I  Diode at 300°K 

ELECTRODE 1 
POSITIVE 

V (VOLTS) 

ELECTRODE 2 
POSITIVE 

2 Fig. 14 Variation of 1/C with Voltage for a Category II Diode at 770K 
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3 .  

latj 

1.2 0.8 0.4 0 0.4 

ELECTRODE 1 
POSITIVE 

ELECTRODE 2 
POSITIVE 

V (VOLTS ) 

Fig. 15 Variation of 1/C2 with Voltage for a Category Ill Diode at 300°K 

r e v e r s e  bias  voltages grea te r  than 0 . 4  volts,  there  is concavity 

downwards. In the forward direction there  i s  a rapid transit ion 

to  a constant capacitance value. The intercept  value of the l inear  

par t  of the curve with the voltage axis is  typically 1 , 6  vol ts ,  

C . CAPACITANCE VARIATION WITH TEMPERATURE 

Measurements of capacitance with zero  applied bias  voltage have 

shown that capacitance inc reases  with increasing temperature ,  by 

approximately a factor of 4 over the range 77OK to 350 K. Measure-  

ments  have been made by CooperZ7for  Category I diodes of the fo rm 

In - CdS - Au, which have '.shown a capacitance-temperature variation 

0 
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of gradually increasing slope, typically capacitance being proportional 

to T2 '5 ,  

The variation for  a typical Category 111s diffused sulfur diode 

showed three  l inear  regions ( F i g .  16): 

C = 0 . 5  t (2.14 x 10-3)T nanofarads, 

for T = 77OK to 170°K 

C 0.05 t (4.8 x 10-3)T nanofarads, 

for T = 170°K to 210°K 

C - - -1.35 t ( 1 . 1 4 ~  lO-')T nanofarads 

for T = 210°K to 360°K 

I 
v) 
n 
4 2 2 
Y 

I v 

I w u 
Z 
Q, L 

1 

DIODE N3/9 
CATEGORY XU S 

150 250 

TEMPERATWE ( K) 

1 

0' 
d 

00 
P 
8 

350 

Fig. 16 Variation of Capacitance with Temperature for a Category 111 Diode 

D, DIFFUSION VOLTAGE, BARRIER WIDTH AND IMMOBILE 
ION DENSITY 

F r o m  the resu l t s  i t  i s  obvious that the idealized models of e i ther  

a Schottky b a r r i e r  o r  one including an artif icial  blocking layer  can, a t  

mos t ,  apply over a very  l imited range of applied bias near  the z e r o  

bias condition. To establish the definitions of diffusion voltage, 90, 
b a r r i e r  width l ( V ) ,  and donor o r  immobile ion density, ND, F igs .  17a 
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ENERGY LEVEL. 

REVERSE BIAS,V. 
CdS DEPLETION LAYER 

a )  Schottky Barrier 

b ) including Artificial Blocking Layer 

Fig. 17 Electron Energies at Blocking Contact 
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and 17b show the basic Schottky bar r ie r  for both the abrupt metal-  

CdS film junction and a s  modified by the presence of an art if icial  

blocking layer .  F o r  an abrupt junction in which there  i s  a constant 
donor density profile within the CdS film, the variation of 1/C 2 .  with 

applied voltage is  a straight line intersecting the voltage axis at  

The donor or  immobile ion density is given by 
+ . 0 

- - 2  ND - - 
q A 2 E  

( 3 . 3 )  

in  which ND = donor o r  immobile ion density, ( ~ n - ~ )  

-6 2 A = diode a r e a  = 10 m 

E = dielectric constant of CdS film = 10 f/m 

9 = electronic charge = 1 . 6  x coulombs 

V = applied voltage ac ross  the b a r r i e r ,  (volts) 

-10 

The b a r r i e r  width for no applied bias voltage i s  given by 

I 

€A I -  - 
0 - c  

O 
( 3 . 4 )  

in which C i s  the incremental  capacitance for no applied b ias ,  
0 

F o r  an art if icial  b a r r i e r  layer diode, 2 8 y  2 9  the b a r r i e r  width, 

lb,  measured  as lb  = eA/Co, i s  given in t e r m s  of the CdS depletion 

layer  width, lo, and the artificial blocking layer  width, l . ,  a s  
1 

2 2 2  lb  = P 0 t I i  ( 3 . 5 )  

2 The intersection of the 1/C vs .  V curve with the voltage axis i s  

then Vo, f rom which (9 is obtained a s  
0 

2 
2N Dqcl 

2 
E.  
1 i” ( 3 . 6 )  

- 10 
where E = dielectric constant of CdS film = 10 f/m 

= dielectric constant of art if icial  blocking layer  ‘i 

= 

= width of artificial blocking layer ,  (m) 

4 x l O - ’ O f / r n ,  i n  the case  of sulfur 

i l 



Based on Eqs.  3 .3  and 3.4,  Table 4 gives the values (p (un- 

cor rec ted  for the presence of an ar t i f ic ia l  blocking, or  insulating, 

1 aye r * ) a 

0 

and N,. I 0' 

Cds fi lm 

(Angstroms) 
Thickness Temperature  

(OK) 

3,400 2 40 

3,400 300 

4,800 77 

4,800 3 00 

4,800 77 

4,800 300 

u 

Table 4 

B a r r i e r  Measurements 
1 

Diffusion Immobile ' 
Voltage B a r r i e r  Width Ion 
(po(eV) I (Angstroms) ND(cm 

0 

I 

0.47 5 95 2 

0.02 43 0 1 0 l 6  

1.56 1000 , 2  x 10 l7  

0.90 2 90 1 0 l 8  

1.63 630 5 

- -  1500 - -  

L 

- 
Diode Number 
and Category 

N 3 / 9 ,  111s 

E .  INTERPRETATION OF BARRIER MEASUREMENTS 

The f i r s t  question to a r i s e  i s  whether diffusion o r  diode theory 

holds for the gold-CdS junction. 

of the order  of the b a r r i e r  thickness obtained f r o m  capacitance measu re -  

ments ,  diode theory i s  assumed to hold.28 More exactly, the mean 

free path i s  at l eas t  of the order  of the distance within which the po- 

tential  near  the top of the b a r r i e r  changes by kT. In fact, f r o m  the 

high values of thermally stimulated emission cur ren ts ,  we have 

reason  to believe that the electrons circulate  more  than once through 

the f i lm  before recombining. Secondly, the extr insic  Debye length is 

l e s s  than the bar r ie r  width: 

Since the mean f ree  path is a t  l ea s t  

.I< e,. 

v O '  
F o r  &odes having an insulating layer , this quantity is 
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where LD = extrinsic Debye length 

E = CdS dielectric constant '1 10-l '  farads/meter 

N D  = donor density m e t e r s  - 3  

I t  follows that 
0 

L,, = 125 A 

The interpretation of capacitance v s ,  voltage variation in t e r m s  

of a variable ba r r i e r  width and uniform donor density is therefore 

considered meaningful, a t  l eas t  for  small applied voltages. 

F r o m  the value for donor density, ND, of the order  of 10 

centers  per cm3, i t  i s  possible that there a r e  la te ra l  variations of 

b a r r i e r  height or  "Schottky passes" in the CdS film in  the vicinity 

of the depletion layer .  

charge,  the b a r r i e r  thickness being only two o r  three t imes the 

average distance between donor centers .  

17 

These are the resul t  of a discontinuous space 

There i s  considerable evidence that the difference between our 

various categories  of diode i s  one of degree only. It i s  suggested 

that the effect on the CdS film of heat treatment,  diffusion of evapo- 

r a t ed  sulfur,  or oxygen ion bombardment is  to  form, adjacent to the 

blocking electrode, a diffused layer of lower n-type conductivity 

than exis ts  in the bulk of the CdS film. 

crystall ine evaporated films of CdS exhibit n-type extr insic  conduction 

attr ibuted to sulfur vacancies. 

were  subjected to heat t reatment  after the deposition of the top e lec-  

trode (electrode 2 ) ,  i t  i s  likely that diffusion of some of the electrode 

mater ia l  into the CdS film occurs.  There is a l so  the possibility of 

the subsequent diffusion of atoms of the residual atmosphere in  the 

vacuum sys tem a t  10 t o r r  which were  absorbed in the surface of 

the CdS film before evaporation of electrode 2. 

possible that a very thin p-type layer will form f r o m  acceptors  of the 

electrode 2 mater ia l .  This could account for  the low intercept  values 

for 

It i s  well known that poly- 

For those Category I diodes which 

- 5  

Fur thermore ,  it is 
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Category I1 diodes had higher resist ivity than those in Category I, 

because more  extensive diffusion of the vacuum-system residual 

atmosphere had taken place; 

to a higher temperature for a longer t ime. 

region is  indicated by the tendency of the 1/C 

a constant value for forward-bias voltages (Fig.  14). In addition, 

the apparent high value for + 
an art if ical  blocking l aye r .  

the sur face  of the CdS film was exposed 

A relatively donor-free 
2 

vs .  V curve towards 

can be attr ibuted to  the presence of 
0 

I t  i s  significant that the behavior of &odes in Categories I1 and 111 

is s imi la r ,  and, in fact, diodes in Category 111 s e e m  to  be identical, 

regardless  of whether an evaporated layer  of sulfur or an oxygen glow 

discharge treatment was used. 

layer  of evaporated sulfur,  there  is almost certainly a res idual  in -  

sulating layer  of sulfur. If the correct ion of Eq. 3 .6  i s  applied, i t  

can  be shown that a cor rec ted  diffusion voltage, +o, of 0. 59 eV is 

obtained by assuming the presence of an insulating layer  of 35 A of 

sulfur.  

bound on the thickness of the sulfur l aye r s  evaporated is  100 A. 

this case  the uncorrected diffusion voltage, 

b a r r i e r  width, 1 

F o r  IIIS &odes,  having a diffused 

This seems a reasonable thickness since a calculated upper 
0 

In 

Vo, i s  1.63 eV and the 

is  640 1. 
0’ 

F. EFFECT O F  DEFECT STATES 

The voltage dependency of capacitance i s  considered mainly due 

to  donor levels lying in the vicinity of 0.06 eV below the conduction 

band in the CdS film. 

to  

16 The energy density is of the o rde r  of 10 

centers  per  cm3 of film. 

I t  is likely that the presence of a high density trapping level 

region near  0.35 e V  below the conduction band is believed responsible 

fo r  (a) the increase in C 

of most  1/C 

crease i n  C with temperature .  

a t  77OK, (b) the concavity downwards 
2 PO 

vs. voltage curves for r eve r se  voltages, (c)  the in -  

PO 
When measurements  of capacitance, C were repeated with 

C 
P’ 

r eve r se  bias voltage, we  found that the zero  bias capacitance, 

increased  with each measurement  of C eventually reaching a steady 

value after several  excursions to the maximum reve r se  bias voltage. 

PO’ 

P’ 
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This behavior i s  consistent with the filling-up in the ba r r i e r  region of 

trapping levels which a r e  below the Fe rmi  -level throughout most of 

the CdS film, except very close to the blocking junction. 

could be in the vicinity of 0.35 eV, a s  obtained f rom conductivity 

measurements .  

in space charge neutralization in  the ba r r i e r  region, implying a de- 

c r e a s e  in ba r r i e r  thickness, that is, an increase in C 

Such levels 

The filling of these levels with electrons would resul t  

2 PO' 
Concavity downwards of the 1/C - V variation found for most  of 

our diodes can be explained either f rom trapping level effects a s  given 

by GoodmanZ9 o r  by a l inear variation of the ion density which increases  

with distance f rom the metal  into the b a r r i e r  region of the CdS film, 

such a s  can a r i s e  f r o m  acceptors diffused into the film. 
27 The capacitance - temperature variation has been shown by Cooper 

to  agree with a charge density decreasing exponentially with distance f rom 

the b a r r i e r  into the reserve  region. This has  been explained by consider- 

ing a F e r m i  distribution instead of a Boltzmann distribution of trapping 

levels  i n  the r e se rve  region. 



CHAPTER I V  

CONDUCTIVITY VARIATION WITH APPLIED VOLTAGE 

i This chapter is  a descriptive account of the cur ren t  vs .  voltage 

charac te r i s t ics  of gold-CdS-gold and gold-CdS -silver diodes which 

were  fabricated by the methods given in  the introductory chapter.  

The conduction through the CdS film is, therefore ,  normal  to the 

plane of the film. Curren t  vs.  voltage charac te r i s t ic  curves  were 

obtained both for steady values over severa l  o rde r s  of magnitude of 

cur ren t ,  and also a t  60 c/s over a single o rde r  of magnitude of 

cur ren t .  

t empera ture  descr ibed in Chapter 111 i s  re la ted to a corresponding 

change in  the forward conduction region of the charac te r i s t ic  curve.  

The change in ba r r i e r  height (or  diffusion voltage) with 

As a measu re  of the diode forward conduction propert ies ,  we 

define a forward transit ion voltage, 

i s  a transit ion f rom l inear  to  nonlinear behavior of the i-V charac-  

te r i s t ic  curve ,  

VF,  as the voltage where there  

All measurements  were  made using a four -point probe method 

i n  which one end of each of the electrodes 1 and 2 (Fig. 1) was used 

as a cur ren t  contact and the opposite end of each was used as a 

voltage measuring contact. 

was  10 c m  . 
The cross-sec t iona l  a r e a  of the diodes 

- 2  2 

We also include in  this  chapter measurements  of conduction in 

the plane of the CdS film which were  made between electrodes both 

on the substrate  side of the film. 

A .  CURRENT VS. VOLTAGE CHARACTERISTIC 
CURVES AT 60 c/s 

The basic features  of 60 c /s  diode charac te r i s t ics  are shown in 

the oscilloscope t r aces  of Fig. 18. 

Diodes in  Category I have s teep  forward conduction propert ies :  

the cu r ren t  for a forward  bias of 0 . 5  volts is z 50 ma. The t r an -  

sition voltage , VF, i nc reases  f rom - <O. 2 volts at room tempera ture  to 

0 . 7  volts a t  77OK. 

negative, the charac te r i s t ic  shows considerable leakage cu r ren t s  a t  

room tempera ture ,  typically 0. 5 ma a t  2 volts. 

t e r i s t i c  is markedly light sensitive as well as temperature  sensit ive.  

However, for r eve r se  voltages with electrode 2 

The r e v e r s e  cha rac -  

-3  9- 
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77 OK- 

300 OK ---m 

a )  Category 1 Diode 

i ( 5 m A / c m )  1 1300 O K  J 7 7  O K  

Electrode 2 
Positive 

V ( 1  volt/cm) 

b)  Category Diode 

C) Category mS Diode 

Fig. 18 60 c/s Current vs. Voltage Characteristics 
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Figure  18a shows the 60 c/s  character is t ics  for a typical diode in  

Category I, both at room temperature and at  77OK. 

Diodes in Category I1 have much sma l l e r  r eve r se  leakage cur ren ts  

and exhibit the space-charge -limited character is t ic  of sliding along 

the voltage axis in the forward  direction a s  observed by Smith and 

Rose.30 In addition, V 

room temperature  and 2 . 2  volts a t  77OK. 

l e s s  light and temperature  sensitive than for diodes in  Category I. 

F igure  18b shows the 60 c /s  character is t ics  for a typical diode a t  

room temperature  and at  77 K.  

Category I11 diodes, both oxygen ion bombarded and sulfur dif- 

i s  higher, varying between 0 . 7  volts a t  F 
The r eve r se  direction is  

0 

fused, exhibit high r eve r se  breakdown voltages - -  typically 8. 5 volts 

or  grea te r  a t  room temperature - -  and a r e  space-charge-l imited with 

a V 2  dependence over a l imited par t  of the forward direction. 

the transit ion voltage f rom linear to V behavior in these diodes, i s  

typically 1. 5 to 2 .5  volts.  

character is t ic  s l idmg along the voltage axis with increasing amplitude 

of the applied 

charac te r i s t ic  is  shown i n  F i g .  18c. 

vF’ 2 

In addition the SCL behavior of the 

60 c/s  voltage is  observed. A room tempera ture  

Figure 19 shows the comparative median charac te r i s t ics  of diodes 

i n  the three categories .  

The f i lms of Fig.  18 (a,  b , c )  were  taken using the 4-point probe 

method, one pair  of diode electrodes being cur ren t  supply points, the 

other pair  being voltage measuring points. 
i 

B. CURRENT VS. VOLTAGE CHARACTERISTIC CURVES IN 
THE STEADY STATE 

At 77OK, Category I diodes ( F i g .  20)  display an ohmic variation 

i n  the forward  direction for voltages l e s s  than 250 m V ;  between 250 m V  

and 500 m V  the behavior i s  exponential, of the fo rm 

i = i 0 exp[qV/akT] (4.1)  

in  which a ; 5. 

conduction in the CdS rather  than by the b a r r i e r .  

direction, the dependence is 

Above 500 m V  the dependence i n h c a t e s  limiting by 

In the r e v e r s e  

i - ( - V )  1/4 (4.2) 
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Fig. 19 60 c/s Current vs. Voltage Characteristics 
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At 300°K, for  Category I diodes (Fig.  21) the t ransi t ion voltage, 

VF, i s  100 m V .  
magnitude greater  than those at 77 K.  

direction, the behavior has  been shown to be exponential to  a t  l e a s t  

300 mV, with an a factor of 2 .  The r eve r se  direction charac te r i s t ic  

shows ( -V)  'I4 dependence for  voltages above 700 m V .  

The cu r ren t  values a r e  two o r  th ree  o rde r s  of 
0 Above 100 m V  in the forward 

No steady s ta te  measurements  were  obtained for a Category I1 

diode. 

F igu res  22, 23 and 24 show the room tempera ture  charac te r i s t ics  

The forward charac te r i s t ic  fo r  a Category IIIS (Sulfur diffused) diode. 

has  a V' 

It becomes purely exponential above 2 volts, again being of the f o r m  

dependence in  the vicinity of 0 . 5  to 1 . 0  volt, a s  in Fig.  25. 

i = i 0 exp [qV/akT] (4 .3)  

in  which a = 7 . 6 .  The r eve r se  charac te r i s t ic  of the HIS diode a t  

300 K is also exponential between 1 volt and 8 volts,  as i n  Fig.  24. 0 

Figure 26 shows the ( -V)  1/4 behavior found for most  diodes in 

the r e v e r s e  direction. 

C .  BEHAVIOR OF DIODES UNDER ILLUMINATION 

Under white light illumination, the forward conduction behavior 

relationship 3 of Category I diodes has  been observed to  obey the V 

observed by Muller and Zuleeg. 31 The voltage range over which 

this  occurs ,  however, was somewhat l imited,  between 100 mV and 

400 m V .  The r eve r se  direction charac te r i s t ic  was  markedly light 

sensit ive.  

We observed that Category 111 diodes exhibited a hys te res i s  

effect a t  60 c/s over the forward  biased region under white light 

illumination, 

l imited current .  

This may be attr ibuted to an injected space-charge-  

D. CONDUCTION I N  THE PLANE OF THE CdS FILM 

Although a so-called "bulk resist ivity" of CdS films is sometimes 

derived f r o m  the measurement  of cu r ren t  and voltage i n  the low- 

voltage, l inear region of conduction, most  of the voltage drop  occurs  
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Fig. 26 Fourth Root Variation of Diode Characteristics 
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a c r o s s  the b a r r i e r  region ( see  Appendix A) .  

sistivity" measured  with electrodes on the s a m e  side of the CdS film, 

difficulties were encountered where a layer  of resistivityf: different  

f r o m  the CdS film, formed over the film. 

diodes i n  Categories I1 and 111 which were  subjected to the special  

surface t reatments  as defined. F o r  these reasons  we derived the 

resis t ivi ty  of the CdS film outside the depletion region f r o m  injecting 

electrodes both on the substrate  side of the film. 

the films obtained in this way was of the order  of l o 3  t o  10 

gives a res is tance value no rma l  to the film i n  the range 

100 S2 , in  agreement with the value der ived by Ebner" f r o m  impedance 

measurements  at high frequency. 

Even for  "sur face  r e -  

This i s  especially t rue  for 

The resis t ivi ty  of 
5 c m .  This 

5 0 s  to 

E.  OBSERVATIONS OF MORE THAN ONE MODE O F  CONDUCTION 

The following observations were made on Au-CdS-Au and Au-CdS-Ag 

diodes under the application of 60 c / s  voltages whose peak values were  

beyond the reverse-breakdown voltages. 

A current-control led negative res i s tance  was found for many 
diodes. This i s  considered in  detail in Chapter VI .  

Transit ion to purely ohmic conduction f r o m  a nonlinear 
character is t ic  occurred,  giving the appearance of a shor t -  
c i rcui t  between the electrodes.  The res i s tance  between the 
electrodes,  however, remained at 40 to 100 52, consistent 
with the "bulk" CdS film res i s tance .  

The nonlinear charac te r i s t ic  could in  a l l  ca ses  be regained 
f r o m  the ohmic conduction s ta te  in (b) ,  by switching off the 
60 c/s  signal and then re-applying it with a peak value 
slightly l e s s  than the breakdown value.  The presence of a 
transient signal value grea te r  than the breakdown value on 
re-applying the signal is  highly probable, but whether i t  was 
necessary  is  not known. The nonlinear charac te r i s t ic  which 
was  regained did not in a l l  c a s e s  exhibit as la rge  a r eve r se  
breakdown voltage value as it had before transit ion to  ohmic 
behavior. 

A se r i e s  of Category I1 diodes, having gold electron in -  
jecting contacts (electrode 1) and s i lver  blocking contacts 
(electrode 2 ) ,  exhibited both current-control led negative 
resis tance,  (CCNR), i n  the r e v e r s e  direction and voltage- 
controlled negative resis tance,  (VCNR), in the forward 



-49- 

direction. 
ohmic and the nonlinear behavior of a CdS fi lm on a single 
t race  ( F i g .  2 7 ) .  CCNR was  observed on the r eve r se  voltage 

The 60 c / s  character is t ic  displayed both the 

Fig. 27 Bimodal Conduction Characteristic for an Au-CdS-Ag Diode 

t r ace ,  breaking down to the ohmic curve which was followeu 
until a very  low forward bias was reached, at  which point 
VCNR was observed a s  a very  rapid transit ion to the forward 
bias pa r t  of the nonlinear charac te r i s t ic .  
charac te r i s t ic  was then re t raced  until r eve r se  breakdown 
again occurred.  

The nonlinear 

F. INTERPRETATION 

The cur ren t  for most  diodes examined i s  Schottky emission 

l imited by a b a r r i e r  at  the top electrode (electrode 2 ) .  

over which the CdS film i s  deposited, ac t s  a s  a good electron in-  

jecting contact. 

of Cd over the Au film which was generally used as  electrode 1, as 

suggested by Shallcross and Dresner,  3 2  or field emission as  reported 

by Z ~ l e e g ~ ~  o r  high fields a t  the intercrystal l i te  boundaries a s  sug- 

gested by Muller34 is  not known. 

Electrode 1, 

Whether this is  due to the higher condensation ra te  

If we take a l inear  approximation to the b a r r i e r  a s  in F ig .  28, 

then from 

(4 .4)  
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EFm METAL FERMI ENERGY 

ELECTRODE 
2 

Fig. 28 Electron Energy Diagram for CdS Diode (Linearized 
Approximation; Drawn for Forward Bias Voltage, V) 

where Richardson's constant i s  

-2  0 -2 S = (1- r )  41~qm* k2/h3 = 120(1-r)m*/m amp. c m .  K 

(4 .5)  
and the Schottky correct ion t e r m  i s  

0 0 

E = e lec t r ic  field in  volts /A 

K = relative dielectric constant 

2 11.3  fo r  CdS 

F o r  the l inear  b a r r i e r  of F i g .  28 

0 - v 
0 

P E =  (4 .7)  

F r o m  current-temperature measurements ,  the cu r ren t  variation 

above 260°K appears not to be descr ibed by a Fermi- leve l  analysis.  

The predominant cur ren t  variations fo r  Category I diodes (for which 

we should expect a Schottky b a r r i e r  ra ther  than an insulating l aye r )  

a r e  of the form exp (-0,33/kT) and exp(-O. 59/kT). I t  is  significant 
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that for  those diodes for which the energy 0.59 e V  occurs ,  the energy 

0.33 e V  a l so  occurs.  

and lo 1 595 A at 240OK. The Schottky correction i s  then 

F o r  Category I diode 184/8, +o = 0 . 4 7  e V  
0 

A +  = 0 . 0 3 e V  ( 4 . 8 )  

Consequently, if we assume + - A +  = 0 . 5 9  eV the height of ms 
the b a r r i e r  between the top gold electrode and the conduction band in 

the CdS appears to  be 

(4 .9 )  = 0 . 6 2  electron-volts +ms 

The reverse  charac te r i s t ics  have the variation ( - V ) l i 4  (Fig.  26 
and 3 4 )  which i s  in  agreement with the assumption of emission-limited 

image-force ba r r i e r  reduction. This is described in  Appendix B. 



CHAPTER V 

OPTICALLY MODULATED CONDUCTIVITY WITH 
VOLTAGE DE -EXCITATION 

A .  OBSERVATION 

We have shown experimentally that the conductivity of a thin 

polycrystalline evaporated CdS f i lm can be increased  by a t  l ea s t  an 

o rde r  of magnitude under optical stimulation by white light. The , 

conductivity can then be restored,  o r  "de-excited", to i t s  original 

value by the application of a high-pulsed electr ic  field. 

investigated this effect at 7 7  K and a t  room temperature .  

There is a much more  pronounced effect at 77'K a s  the film i s  optically 

m o r e  sensitive at thelower temperature.  

conductivity of high e lec t r ic  fields applied f rom one to severa l  

PinUtes has been reported by several  authors for single c rys t a l s  of 

CdS 352 36' 37  but a s  fa r  a s  we know there  a r e  no published resu l t s  for 

polycrystalline fi lms. 

polycrystalline evaporated CdS films and with fields of duration be- 

tween l microsec  and l second. Measurements  of conductivity change 

were  made: (a )  to investigate how large a change in conductivity can 

be obtained with high field pulses; 

tween change in conductivity and the amplitude and duration of a single 

voltage pulse - -  possible storage device applications of the effect 

requir ing that the r e su l t  of short  de-excitation pulses be found; 

( c )  to identify which i s  the dominant conduction process  responsible 

for  voltage de-excitation. 

tained in a thesis .  

We have 
0 

The influence on photo- 

The present observations were  made on 

(b) to obtain a relationship be- 

A description of this r e sea rch  i s  con- 
3 8  

B. EXPERIMENTAL TECHNIQUE AND RESULTS 

Measurements on thin CdS films were made using Category I, 

Au-CdS-Au diodes. 

c ryos ta t  used to observe thermally st imulated emission cu r ren t s  

( F i g .  2 ) .  The effect of voltage pulses was found using the circui t  of 

F ig .  29,  the pulses being obtained f r o m  a GR-1217B pulse generator .  

I t  was found more  convenient to measu re  the cu r ren t  through the film, 

Conductivity was measu red  with the liquid nitrogen 

- 53 - 
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a s  monitored by the voltage developed a c r o s s  a 500 ohm r e s i s t o r ,  

r a the r  than the voltage applied ac ross  the film. This applied voltage 

TUNGSTEN 

AbCP 
N2 CRYOSTAT I J ,  
CdS DIODE 

20mV - 
I- 
I 

TEKTRONIX 
503 
OSCl LLOSCOPE 

GR - 1217B 

Fig. 29 Circuit for Measuring Effect of a Single Pulse on Conductivity 

was obtained from a simultaneous measurement  of the pulse generator 

output voltage. 

ments ,  the conductivity was allowed to reach  an equilibrium value 

under constant illumination by white light, one minute being found 

sufficiently long for this purpose. 

ment of photocurrent was 20 m V ,  which i s  in  the l inear  cu r ren t -  

voltage region of the diodes. Before the effect of field pulses was in-  

vestigated,  the normal  conductivity decay was examined, the resu l t s  

of which a r e  summarized as  follows: 

Before all  conductivity decay and de -excitation experi  - 

The applied voltage for  the measu re -  

1 .  

2 .  

3. 

A t-a decay relationship held for t imes between 10-1 and 
l o 3  minutes, a assuming seve ra l  values over this t ime sca le .  

At 77OK, for  an illumination which gave a photocurrent of 
amps, there was an initial rapid decay in  cu r ren t  for l e s s  than 
1 second, after which a remained constant a t  0.15. F o r  a 
higher illumination, with a photocurrent of 5 x amps,  a 
assumed the values 0.73, 0.40 and 0 . 2 3  at  t imes typically 1 1/2 
minutes, 3 minutes, and 20 minutes,  respectively,  following 
the illumination. Once a value in  the range 0.15 to 0 .25 had 
been reached, this value remained for severa l  hours .  

At 300°K, the values for  a a r e  somewhat sma l l e r ,  typically 
0.07, and a r e  reached af te r  s eve ra l  seconds.  
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4. F o r  low levels of illumination, i t  w a s  occasionally found 
that the value of .a would change to a higher value. 

5. The continuous application of the 20 m V  voltage gave a 
higher a value than when applied only sufficiently long for 
a conductivity measurement to  be made. 

Typical decay curves at 77OK and at 300°K a r e  shown in  F i g .  30. 

The change in  conductivity resulting f rom a single applied volt- 

age (or cur ren t )  pulse w a s  obtained by applying the pulse 30 seconds 

after the end of illumination. Pulse width, amplitude, and polarity 

were varied.  

the increase  in  conductivity above the dark value before illumination, 

is  shown in F i g .  31. 

30 seconds following illumination, it was verified that the shape of 

the curves does not depend on when the pulse i s  applied, except 

possibly during the init ial  rapid decay. 

the resul ts :  

The change in conductivity, obtained as a percentage of 

Although the curves a r e  for a pulse applied 

The following summar izes  

1.  Pulses  shor te r  than 100 microseconds had l i t t le  effect on 
the conductivity decay, regard less  of pulse amplitude. 

2 .  When the pulse length was inc reased  to 100 microseconds,  
the change in  conductivity reached a "saturation" value; 
pulses of greater  length were  no more  effective than 100 
microsecond pulses.  

3 .  Pulses  applied with the blocking contact reverse-b iased  
(Curves 3 , 4  in  Fig.  31) were more  effective than forward 
biased pulses in  changing the conductivity (Curves 1, 2) .  
The voltages ac ross  the diode for  the reverse-b iased  pulses 
were  approximately 2 volts; 
0 . 5  volts. 

those for forward-biased pulses,  

4. The effect of field pulses is  smal le r  for films which a r e  l e s s  
optically sensitive. 

5. Following de-excitation there  i s  practically no subsequent 
decay. 

6.  When a cur ren t  pulse w a s  applied to  a film which had not 
been optically excited, no discharge cur ren t  was observed 
immediately following the pulse. 
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C.  INTERPRETATION 

The interpretation of the effect of high electr ic  fields on single 
35 Cds crys ta l s  is different for several  authors.  

suggest that high electr ic  fields free electrons f rom t raps .  Kallmann 
and Mark36 in te rpre t  their  data as a decrease in the probability for 

retrapping. B ~ b e ~ ~  indicates that the modulation of conductivity 

could be the resu l t  of space-charge-limited cur ren ts  injected by 

high fields. 

Boer andKumme1 

Our measurements taken of dark conductivity at low temperature ,  

(Chapter II), have indicated that various degrees of population of 

the donor and/or trapping levels a r e  possible a s  evidenced by marked  

differences in  conductivity. 

77OK produced by voltage pulses a re  s imi la r  to those produced during 

repeated measurements of dark conductivity with temperature ,  i t  

was at  f i rs t  assumed that field ionization f rom donor or  trapping 

levels  was taking place. 

f rom a level 0 .1  eV below the conduction band, subject to a field of 

10 volt c m - l ,  is very small ( 2 5 x  1 0 - ~ ) . ~ ~  Even if the voltage were 

applied ac ross  the ba r r i e r  region alone, i t  is  doubtful i f  there  i s  

field ionization f rom all but extremely shallow levels,  and the pre-  

dominant levels  for our f i lms  were > O .  1 eV below E , 

Since the differences in  conductivity at  

However, the probability for tunnel emission 

5 

C 
A more  likely explanation would be that there is an injected space-  

charge effect. 

following the applied pulse, According to Lindmayer, 40 an injected 

charge which becomes trapped during a cur ren t  pulse wil l  give r i s e  

to  a discharge cur ren t  on subsequently shorting the film, unless the 

zero-field point in  the film does not move. 

only a single trapping level i s  involved. 

that e i ther  the discharge cur ren t  time constant i s  shor te r  than the 

R-C t ime constant of the diode and measuring circui t ,  o r  that the 

discharge cur ren t  is too small  to be detected by the technique used. 

Since i t  was observed that during the application of a pulse both 

the voltage and curren t  remained constant (af ter  the initial charging 

t ime),  there  cannot only be current  f rom t r a p  emptying since this 

cur ren t  would decrease with time. This i s  in agreement with the 

However, no discharge cur ren t  was observed immediately 

This can happen where 

It is  possible, however, 
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observations of Kirov and Zhelev. 41 The polarity dependence of 

r eve r se  -bias pulses giving a greater  change in conductivity, together 

with the change being relatively independent of pulse amplitude, 

could be due to b a r r i e r  width modulation. 

ac ross  the bar r ie r  region (see  Appendix A for integrated resis tance 

of the ba r r i e r ) ,  the modulation of ba r r i e r  width would r e su l t  in  a 

change of the effective volume of film over which the high field is  

applied. The conductivity change with polarity r eve r sa l  being much 

greater  than with amplitude change f o r  e i ther  polarity, is in ag ree -  

ment with the grea te r  b a r r i e r  width change on r eve r sa l  of the polarity. 

excitation, f rom CT = nqp, i s  of the order  of 1010cm-3. 

optical excitation the density of c a r r i e r s  is increased  to 10 

while during the voltage pulse the density is fur ther  increased  to  

10 c m  . Following the pulse, the density again becomes of the 

order  of 10 c m  . Since no discharge cu r ren t  corresponding to 

this l a r g e  fall in  charge density was observed, (subject to the limi- 

tations mentioned above of no zero-point movement following the 

application of a voltage pulse), we consider that the effect of the 

pulse is  to shift electrons within the film to a region of lower r e -  

trapping and higher recombination, a s  proposed by Kallmann and 

Mark, 

Since the field i s  higher 

At 77OK, the density of conduction band electrons before optical 

During 
13cm-3 , 

15 - 3  

10 - 3  

36 rather  than an injected space-charge effect. 



CHAPTER VI 

NEGATIVE RESISTANCE I N  CdS DIODES 

A .  OBSERVATION 

W e  observed a current-controlled negative resis tance (CCNR) in 

the conduction of some metal-CdS-metal thin-film diodes. 

the effect  depends on the excitation frequency, it i s  not expected to be 

useful for high-frequency electronic applications. However, the 

presence of CCNR at low frequencies can provide insight into the 

nature  of the conductivity mechanism in thin CdS f i lms.  

The effect for  an A1-CdS-Au diode i s  shown in F ig .  3 2  with values 

Because 

6 60 600 6OOOCpS 

Fig. 32 Negative Resistance of A1 -CdS-Au Diode 
at Various Sweep Frequencies 

of excitation frequency ranging f rom 6 to  6000 c / s .  

effect i s  present  even at  6 c / s ,  and i t  i nc reases  with excitation f r e -  

quency. 

charac te r i s t ic  occurs  with the Au ( las t  deposited or  top) electrode 

positive; 

polarit ies of the cur ren t .  

diode charac te r i s t ic  in  F i g .  32 i s  2 . 4  volts and occurs  at an average 
2 cur ren t  density of 10 m a  per mm . 

negative resis tance region with little accompanying voltage change, 

A hys te res i s  

The negative resistance portion of the current-voltage 

however some diodes display a negative resis tance for  both 

At low frequencies the voltage peak for the 

The cur ren t  increases  beyond the 

-59-  
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and the value of the voltage is  then 1 .2  vol ts .  

often observed to  undergo a forming process  when the cu r ren t  excitation 

is  f i r s t  applied, and during this period of operation the negative r e -  

s is tance region develops f r o m  an initial hys te res i s  a t  high voltage with 

the Au electrode positive. 

Diodes of this type a r e  

In contrast  to this example of negative res i s tance ,  Au-CdS-Au 

diodes, which invariably f o r m  with the top AU electrode a s  the blocking 

contact, exhibit a s imi la r  CCNR when the bottom Au electrode i s  

positive ( reverse  b ias ) .  

diode of this type i s  shown in Fig.  33. 

curve with d. c .  excitation, and a four - terminal  measurement  technique 

w a  s u s  e d  to eliminate any voltage drop caused by s e r i e s  res i s tance  

in the leads from contributing to the measured  voltage. 

cur ren t  density a t  the voltage peak is again 10 m a  per  mm ; 

the voltage at the peak i s  1 .65  volts. 

the negative resis tance region i s  1 .35 volts.  

The negative res i s tance  charac te r i s t ic  for a 

The data was obtained for this 

The average 
2 however 

The voltage for cu r ren t  above 

F i l m s ,  with voltages applied of magnitude in the range of the 

voltage at  the peak, exhibit destructive changes a s  shown in F i g s .  34a 

and 34b. 

scope, and a red  optical emission was noted. 

f rom regions where the sma l l  dots in Fig.  34a occur.  

sion occurred only when the Au electrode was positive. 

e lectrode was positive, emission occurred also,  but this emiss ion  was 

white and did not have the r e d  color .  

F ig .  34b i s  typical of Au-CdS-Au diodes, where the damage p rogres ses  

a c r o s s  the surface of the film i n  an oscil latory manner .  

The film in F ig .  34a was observed visually in  the mic ro -  

The emiss ion  originated 

The r e d  e m i s -  

When the A1 

The pattern of destruction in 

B. INTERPRETATION 

Observation of CCNR in mater ia l s  such a s  CdS is  by no means a 
42 new discovery. Henisch descr ibes  s imi la r  effects for point con- 

tact  rec t i f ie rs  involving mater ia l s  such a s  Ge, Si,  PbSe, and PbS. 

The physical description of this e f fec t  in these mater ia l s  as affected 

by excitation frequency, tempera ture ,  and peak applied voltage bea r s  

a marked  resemblance to our observation in CdS thin-film &odes.  

Negative resis tance in CdS films has a l so  been observed by Chopra,  43 
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Fig. 33 Au-CdS-Au Diode Negative Resistance 
Film No. 188, Diode No. 8. T = 300°K 
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b) AU - Cd S -Au 

Fig. 34 Destructive Changes to Au Electrode 
During Negative Resistance Observation 
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and s imi la r  effects have been observed in  thin films of Nb, Ta, and W 

by C h ~ p r a ~ ~  and by Beam and Armstrong. 45 The la t te r  observations 

may be related to  the GCNR in the Al-CdS-Au diodes, where an A1203 

film can form at the surface of the A1 electrode. 
47 

46 

Litton and Reynolds observed a negative resis tance in bulk 

CdS samples 1 c m  thick. These observations were performed on 

special  c rys ta l s  called "tap" crystals  which a r e  doped with elements 

f rom Column I of the periodic table. IITapl' c rys ta l s  a r e  remarkable 

for the photo-emission of green light when tapped or otherwise 

mechanically disturbed. 

effects which a r e  s imi la r  to those descr ibed for  CdS thin-film diodes i n  

Chapter I1 of this repor t .  

observed after they have been optically stimulate'd by light with photon 

energies  exceeding 1.75 eV. 

c rys ta l s  i s  that injection of holes f rom a Ag electrode occurs at the 

voltage peak. The space-charge within the c rys ta l  produced by electron 

injection f rom an In electrode is thereby suppressed, so that the 

cu r ren t  increases  as the voltage decreases .  However, this explanation 

i s  not acceptable for the CdS thin-film diodes because the CCNR occurs 

in  this case for the top electrode negative. 

Au-CdS-Au diode i s  invariably more blocking than the bottom electrode; 

hence i t  i s  more likely that hole injection, if i t  occurs  at  all,  will do 

so  when the top electrode i s  positive. 

Observations of CCNR in Ge samples by Steele, Ando, and 

L a ~ n p e r t ~ ~  a r e  explained by the theory of double-injection space -charge- 

l imited current .  49s 50 Double injection i s  accomplished by avalanche 

breakdown, which injects minority c a r r i e r s  generated by the impact 

ionization process  only when the sample i s  biased in the forward 

direction. 

and the theory does not depend upon space-charge -limited cur ren t  alone 

providing the negative resis tance.  We do not believe this theory applie's 

to CdS thin-film diodes because holes in CdS a r e  not mobile, due to 

the presence of hole t r aps .  

not likely to produce much increased conductivity. 

They also exhibit photo-induced conductivity 

The CCNR in these c rys ta l s  can only be 

The explanation for CCNR in  CdS tap  

The top electrode of a n  

The pre  -breakdown character is t ic  in this theory i s  ohmic, 

Thus, ionization of electron-hole pa i r s  is 
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A possible explanation for the CCNR in  CdS thin-film diodes is  

suggested by the f o r m  of the cur ren t  voltage charac te r i s t ic  pr ior  to 

breakdown, as shown in  Fig.  33 for  diode 188/8. 

cu r ren t  var ies  l inearly with voltage and the value of the constant of 

proportionality is consistent with the integrated ohmic resis t ivi ty  of 

the depletion layer beneath the top Au electrode ( see  Appendix A ) ,  

As the voltage is increased,  diode nonlinearity becomes evident. 

Because the diode i s  in r eve r se  bias the saturation cu r ren t  i nc reases  

because of image force lowering of the b a r r i e r .  

thin-fi lm diode is  known to have t raps  due to defect s t ruc ture ,  and these 

reduce the space-charge-current  l imit  below the Schottky emission 

l imit .  The straight line portion of the curve in Fig.  33 i s  typical of 

space-charge -limited cur ren t  in the presence of a quasi -continuous 

exponential distribution of t r aps .  

c a r r i e r  space -charge-limited cur ren t  

At low voltages the 

However, the CdS 

According to the theory of single- 

T 

where I is  the cur ren t ,  V i s  the voltage a c r o s s  the low-conductivity 

layer  adjacent to the top Au contact, and T is  the absolute temper-  

a ture .  The thickness of the region in which the space-charge-limited 

cur ren t  is confined i s  the depletion layer  width, I(V), which i s  pro-  

portional to the square-root  of the junction voltage. Therefore,  Eq. 

can  be rewritten as 
m 

6 . 1  

In the above expressions the distribution of t r aps  i s  presumed to be 

exponential and is described by a charac te r i s t ic  temperature ,  

through the expression 
Tc, 

Mt = A exp[  -E/kTc] ( 6 . 3 )  

where 

k is Boltzmann's constant. According to  Eq. 6 . 2  and the data of Fig.  33  

f o r  a Category I diode, the character is t ic  temperature  is 914 , s o  that 

the average t r ap  depth is 0 .08 e V .  

E is the depth of a trapping level below the conduction band and 

0 

When the voltage reaches the peak 
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value the c a r r i e r s  begin to produce impact  ionization of trapped 

e lec t rons ,  

l imited value. 

is simple and physically plausible, it is not entirely convincing, 

trapping energy of 0 .08 eV i s  not unreasonable; however, the assump-  

tion of an exponential trapping distribution i s  not consistent with other 

measurements  of the CdS fi lms. 

measurements  give trapping levels a t  0.12 and 0 . 3 7  eV. 

the cu r ren t  peaks spread  somewhat, this type of measurement  i s  

expected to produce a distributed cur ren t  response for a d i scre te  

trapping level.  

s ti mula te d - cur  r en t me as u r  e men t s that t r aps a r e  di s t ri but e d e ven 

quasi-exponentially at a level  of 0 .08  eV below the conduction band. 

Consequently, the conductivity re turns  to the emission-  

Although this  explanation for the negative resis tance 

The 

The thermally-stimulated cu r ren t  

Although 

We have no reason to believe f r o m  the thermally-  

A second interpretat ion of the negative resis tance is  based upon 

the plot shown in  Fig.  3 5  where the data for Fig.  3 3  i s  replotted with 

log I a s  a function of (-V)1/4.  The data is seen to fit a s t ra ight  line 

over near ly  two decades of cur ren t  variation, i n  agreement  with the 

assumption of emission-limited image -force b a r r i e r  reduction a s  

descr ibed in  Appendix B. 

determine,  using Eq. B. 11 of Appendix B, that the donor concentration 

is 7 . 5  x 10 c m  ; this value agrees  closely with the differential 

capacitance measurements .  Fur ther ,  f rom the deviation of the data 

a t  low voltages f r o m  the straight l ine,  we can est imate  that the con- 

tact  potential is approximately 0.01 volt. 

IS’ ms 
agrees  with the temperature  dependent activation energy measu red  

fo r  some of the Au-CdS-Au diodes. 

of the data with the theoretical reverse-b ias  emiss ion  cu r ren t  and 

with measured  differential capacitance resu l t s ,  it appears  likely that 

this  mechanism is responsible for the pre-breakdown cu r ren t .  

cannot be any appreciable space-charge present ,  s o  that the CCNR has  

to  be in te rpre ted  as avalanche breakdown due t o  electron-hole pair  

production in the depletion region. 

the contact potential is so low that there is l i t t le change f r o m  the 

depletion region to  the interior of the CdS diode. 

From the slope of the s t ra ight  line we can 

17 - 3  

The saturation cur ren t ,  

ag rees  with the theory i f  is assumed to  be =O. 58 eV which 

Because of the excellent agreement 

There  

The only flaw in this  model is that 
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10-1 

1 o-2 

I- SLOPE = 4.9 - 

0.6 0.8 1 .o 1.2 

( - V ) ’ l 4  IN VOLTS’/4 

Fig. 35 Au-CdS-Au Diode. Log I vs. (-9 1/4 
Film No. 188, Diode No. 8. T = 3OO0K 
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C . CONCLUSIONS 

Although both models proposed to account for  CCNR in Au-CdS-Au 

diodes suffer f rom major  defects ,  we a r e  m o r e  confident that the second- 

pair  production by avalanche, following Schottky emission,  is the more  

real is t ic  of the two. 

this model, namely: 

Four  impressive points of agreement occur for 

a .  s t ra ight  line plot of log I vs .  ( - V )  1/4 , 

b. slope ag rees  with ND determined by differential capaci- 
tance measurements  , 

c .  deviation of data f rom straight line ag rees  with value of 
9, deduced f r o m  differential capacitance measurements ,  

saturation cur ren t  provides a measu re  of (Pms which 
ag rees  with typical current  vs .  1/T activation energies.  

d. 
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APPENDIX A 

INTEGRATED RESISTIVITY O F  DEPLETION LAYER 

In the absence of an externally applied voltage the total cur ren t  

density in a depletion layer  must  be everywhere zero,  and can be 

resolved into the sum of a diffusion component and a drift component 

= 'diff i- Jdrift  ( A .  1) T 

Spenke51 has  shown that the Fermi- level  has  the same relationship to 

the total cur ren t  as  the electrostatic potential has to the drift  cur ren t  

or  the chemical potential to the diffusion current .  Therefore,  

where p is  the electronic mobility and n is  the concentration of 

conduction electrons.  

age, the Fermi- leve l  is constant. 

we assume Eq. A . 2  with J T  # 0 s t i l l  applies, then 

Consequently, when there  is  no applied volt- 

When there is an applied voltage, i f  

dE fn I 

in  which E is the nonequilibrium Fermi- leve l  and A is the a r e a  of 

the depletion layer .  

given by 

fn 
The concentration of conduction electrons i s  

where N 

and +(x ,V)  is  the energy of the conduction band edge. Substituting 

Eq. A.4 into Eq. A. 3 and rearranging: 

is the effective density of s ta tes  in the conduction band 
C 

- 6 9 -  
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Multiplying both sides by dx and integrating f rom x = 0 to  x = l ( v ) :  

(A.  6 )  

with Efn(x = I ( V )  ) = qV, Efn(x = 0 )  = 0, 
depletion layer .  Integration ylelds 

and l ( V ) =  the width of the 

-1) = - I 
PNcA exp [ +(x, V)/kT] dx kT(eqVIkT 

0 

If qV << kT, then l ( V )  z l ( 0 )  = l o  and +(x, V )  g +(x, 0 )  = +(x). 
Then for this low-voltage condition, 

or  V = RI 

(A.  10) 

Now, the function +(x) for a constant donor doping has the form (see  

Fig.  3 6 )  

(A.  1 1 )  
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Fig. 36 Conduction Band Edge vs. 
Distance Across Barrier 

Substitution of Eq .  A. 11 into Eq. A. 10 yields 

( A .  12) 

The principal contribution to the integral  occurs  nea r  x = I where 

the integrand is  l a rge .  

integral ,  we approximate the quadratic f o r m  of +(x) with a l inear  

function using the slope at x = I .  Then 

As a l o w e r  bound est imate  of the value of the 

I 

1 

I 

+(x) 9, + Oo - 2+o(P-x)/.e (A. 13) 

Using Eq. A .  13 instead of Eq. A .  11, we obtain for the resis tance 

kTP 
( A .  14) 

where 1 is  the zero-bias  depletion layer  width and is given by 
0 

( A .  15) 

F o r  the diode whose I - V  reverse-b ias  data i s  shown in F ig .  3 3 ,  
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reasonable  values fo r  the constants involved in  Eqs. A.  14 and A ,  15 

are 

kT/q = 0.025 e V  

+o/q = 0 . 3  eV 

+ms/q = 0.6  eV 

-6 2 A = 10 m 
24 - 3  = 10 m 

-10 
C 

N 

E = 10 f/m 

P = .02 m /V-sec 2 

With these values, the expected value of res i s tance  at low applied 

voltages ( less  than 25 mv) is 7000R.  

for the diode we a r e  considering is  about 4000R, so  that the inte-  

gra ted  resis tance gives a co r rec t  o rde r  of magnitude est imate  of the 

diode performance for low voltage. 

The res i s tance  a t  low voltage 



APPENDIX B 

SCHOTTKY EMISSION FOR REVERSE BIASED 
METAL-SEMICONDUCTOR JUNCTION 

The Schottky emission equation for the cu r ren t  passing through a 

metal-semiconductor b a r r i e r  rect i f ier ,  whose band d iagram is as 

shown in  F ig .  3 7 ,  is 

metal Fermi 
EC 4 m  9 energy 

EFf 
semiconductor 
Fermi energy - - 

Fig. 37 Electron Energy Diagram for Metal-Semiconductor Contact (Drawn for Reverse Bias) 

semiconductor metai 

" 

Fig. 38 Charge (-q) Within Semiconductor and Its Image (+q) in Metal 

where  

A = a r e a  of the diode 

S = emission constant (120 amp-cm - K ) 

T = absolute temperature  

k = Boltzmann's constant 

- 2  0 -2  

= metal-semiconductor work function +ms 

-73- 
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q = magnitude of electronic charge 

V = junction voltage appearing a c r o s s  depletion layer  

(positive for forward bias)  

When the magnitude of the r eve r se  bias i s  l a rge  compared to kT/q, 
the emiss ion  cur ren t  reduces to the saturation value 

2 
I S = AST exp[-+,,/kT] (B. 2 )  

However, saturation does not occur because the effect of an image 

potential has  to be included. 

lower the value of + 
bias  voltage. 

shown in  Fig.  38 at a distance x f r o m  the meta l  surface.  The po- 

tential  energy of this e lectron in  the field of its image i s  

The effect of the image potential i s  t o  

by anamount that i s  dependent on the r e v e r s e -  m s  
A negative charge in t r ans i t  a c r o s s  the junction i s  

is the f r ee -  space dielectric constant. The dielectric 
€ 0  

where 

constant appropriate to the semiconductor is  not used because we a s -  

sume  that the charge c r o s s e s  the b a r r i e r  s o  fas t  that the semicon- 

ductor polarization cannot respond. 

to  the potential function, c + ~ ( x ) ,  of a constant donor density, 

Using Eq. B.  3 as a correct ion 

ND' 
depletion l aye r ,  we obtain 

= 

= +  t ms 

(B.4) 
where l ( V )  is the width of the depletion layer .  The location of the 

maximum of +(x) occurs near  the metal  surface and therefore ,  to 

s implify the resulting equations, w e  approximate + (x) by a l inear  

function of x using the slope of + (x) at x = 0, then 
d 

d 
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I 

The maximum of +(x) determined f r o m  Eq. B. 5 is 

+(xmax) = (bms -qro-qv 21T€0P (V)  )l/i 
and occurs  at  

The depletion layer  thickness,  

age by the well-known relation 
l ( V ) ,  is  re la ted  to  the junction volt- 

where K i s  the dielectric constant of the semiconductor and i s  used 

h e r e  because the voltage is  assumed to  change slowly enough for the 

polarization to  respond. Substitution of Eq. B. 8 into Eq. B. 6 gives 

The above expression represents  the b a r r i e r  height and is used in  

place of + in Eq. B. 2 to obtain the reverse-b ias  diode cur ren t ,  I . ms r 

2 I r = AST exp[-+ ms /kT] exp[ A +/kT] 

= Is exp[ A+/kT] (B.  10) 

Because A +  is proportional to ( -V)  for  values of ( -v)>  + 0 /q, 

a semi-log plot of I vs, ( -V)  'I4 is  expected to provide a s t ra ight-  

line f i t  of the data. The current  should be twice the extrapolated 
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straight-line value when the voltage, 

equal to  15+0. The slope of the straight line is 
(-V),  falls to  a value that is 

(B. 1 1 )  



APPENDIX C 

DONOR AND TRAPPING LEVEL CONTROL O F  CONDUCTIVITY 

1 .  DONOR LEVEL CONTROL OF CONDUCTIVITY 

If we assume the presence of both donor and trapping energy levels ,  

uniformly distributed spatially throughout the CdS film, and that there  

is a much l a r g e r  ra te  of c a r r i e r  exchange between the donor levels  

and the conduction band, than between the trapping levels  and conduction 

band the following analysis holds. 

ED' 
If there  is a nar row band of donor levels  of average energy,  

having an average density of s ta tes ,  

ET,  and density, N T' levels  of average energy, 

ra te  equation approach for thermal  equilibrium: 

ND, and, s imilar ly ,  trapping 

then i f  we use the 

Rate of ionization of donors = ra te  

(N -N -n ) v exp [ -(E -ED)/kT] D T c  C 

in  which 
t 

nD 

V 

n 

V 

S 

Therefore ,  

of capture by ionized donors 

(C.  1) 
t 

= vsnDn 

number of ionized donors 

"attempt to escape" frequency f r o m  donors 
vsN 

number of e lectrons available for  capture by 
donors 

n 

thermal velocity of f ree  e lec t rons  

donor ion capture  c ross -sec t ion  for e lectrons 

c 

C 

(ND-NT-nc)Nc exp[ -(Ec-ED)/kT] = nc(nc NT)  

(C. 2) 
Since n << NT,  

C 

-77- 
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then 

EF = (E C - E D )+kTIn[NT/(ND-NT)] (C 4) 

F o r  xample, for diode 239/4, the l inear  variation of I n i  with D 
1/T holds for severa l  o r d e r s  of cu r ren t  magnitude. F o r  this diode 

-3 EF = - 1 . 0 8 ~  10 T - 0.13 eV 

-6  and NT/(ND - N T )  = 3.7 x 10 

3 If we  assume ( f rom Chapter 111) that ND = 1017 per c m  , then 
12 N T  G 10l1 or  10 per  cm3, which is low for  polycrystalline films, 

2.  TRAPPING LEVEL CONTROL O F  CONDUCTIVITY 

Measurement of thermally st imulated emission cu r ren t  densit ies 

(Chapter 11) and the predominance of 0.13 eV and 0.33 eV activation 

energ ies ,  suggest that there  a r e  la rge  densit ies of t r aps ,  >> ND, a t  

these levels .  

and the higher of these levels ,  that  i s ,  the 0.13 eV level,  and that 

there  is complete donor ionization f r o m  levels  higher than 0 .  13 eV, 

then 

I 

If we consider equilibrium between the conduction band 

Rate of escape f r o m  the trapping level,  

this level  

ET, = ra te  of trapping by 

where v = attempt to escape frequency of an electron 

v = thermal  velocity of f r ee  e lectrons 

s' = trapping cross -sec t ion  for  e lectrons 

T 

f r o m  a trapping level 

= number of trapped electrons n 

n = number of f ree  e lectrons 
C 



I 

F o r  

I 
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and n < < N T ,  ND < < N T ,  c 

ND 
n =  - Nc exp[ -(Ec-ET)/ kT ] 

N T  

Since n = Nc exp[-(E - EF)/ kT] 
C C 

F o r  

ND 

NT T 
E = k T  In(-) + E  F 

N D  z 1017 per c m  3 , and N T  2 10 2 2  per cm 3 

( C .  10) 

This ag rees  with the observed variation of the Fermi- level  for  
0 0 t empera tures  below 240 K.  

ductivity appears  to be controlled by the 0 . 3 3  eV level.  

ation of E with temperature  i s  then much sma l l e r ,  however, and, 

for  many diodes measured,  there i s  a tendency for the Fermi- level  

to r i s e  towards the conduction band a t  t empera tures  above 290°K. 

This region appears  not to be described by a Fermi- leve l  analysis.  

 he highest activation energy measured for diodes in  this region of 

t empera ture  is  0.59 eV. 

activation energy of 0 . 3 3  e V  also occurs ,  

Fo r  temperatures  above 240 K,  the con- 

The var i -  

F 

rp 

I t  i s  significant that for these diodes the 

3. IDENTIFICATION O F  THE ACTIVATION ENERGY, EA, WITH 

DEPTH O F  A TRAPPING ENERGY LEVEL, (Ec-ET).  

The activation energy, EA, can be expressed  in  t e r m s  of u and 

IJ (the “conductivity“ when T -. a), a s  
03’ 

EA t kT I n  um/u ( C .  11) 

where u = n  qp 
C 

u = n  qp 0 3 c  a3 
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If we assume trapping level control of the conductivity, 

(Ec - ET) = kT I n  

Identifying E and (Ec - E ), requi res  that A T 

n 

n 
(NT -nT Inc - C - -  

C 
a3 

nT Nc 

But ND = n T  t n so  we require  that C' 

o r  

Since 

we require  

n 
(NT -NDtnc)nc - - C 

-n )N n 
C 
00 

(ND c c 

NT 

NDNc 

1 
n 
- 

C 
a3 

N >> ND > > n  
T C 

n - - -  NDNc or u = qwcND 
N T  C NT 00 00 

( C .  12) 

(C .  13) 

(C. 14) 

(C. 15) 

Typical values for  the variation of Fermi- leve l  with temperature  

below 280°K are 

EF g -10- 3 T t ET 

and u = 2 x  10 -5 (ohm-cm)- '  
03 

5 
U 
00 

Therefore ,  we require ND/NT = - z 10- , which is consistent WNc 

with N 1 per  c m  3 and N T  = 10 2 2  per c m  3 . 
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4.  IDENTIFICATION O F  THE ACTIVATION ENERGY, EA, 
WITH THE AVERAGE ENERGY O F  TWO TRAPPING LEVELS 

Consider the Fermi- leve l  located between two trapping levels a s  

shown below. 

~ E conduction band edge 
C Y  

ET2 ----- t r a p  level No. 2 

Fermi- level  for  e lectrons EFn'  ----- 

ET1 ----- t r a p  level No. 1 

NO.  of e lectrons in  level 1, (m-3) nT1 = Let  

Density of s ta tes  in level 1,  (m-3) NT1 = 

NO.  of electrons in level 2 ,  (m-5) "T2 = 

N T 2  = Density of s ta tes  in level 2 ,  (m-3) 

n = N o .  of e lectrons in conduction band, (m-3) 
C 

F i r s t  l e t  us assume that 

= total number of electrons in system. This i s  constant T1 N = N  

providing we can neglect excess  of recombination over generation o r  

that photo excitation i s  not occurring. Thai is, we a~a i ime  photo ex- 

citation has  occurred  and is  over. Fu r the r  recombination is for the 

and E levels .  
ET2 T1 moment sma l l  compared to  retrapping into 

We fur ther  assume that 

T2 n << n 
C 

which holds provided E - E T  i s  not comparable to kT or that N 

i s  not much l a rge r  than 
C C 

NT2'  Then, with these assumptions, 

(C.  16) - - - 
T2 - 'T1 = N T 1  - nT1 n 

T1' where p i s  the number of vacant s ta tes  at level  E T1 
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Therefor e 

with 

(C.  17) 

>> kT ET2 - EFn 

EFn - ET1 >> kT 

Eq.  C.  1 7  reduces to 

Solving for the Fermi- level  

NT 1 I n  - - ET1tET2 kT t -  
4 N ~ 2  EFn - 2 2 

(C. 18) 

(C. 19) 

The number of electrons in the conduction band is  

I/= ET1tET2 
- [Ec -  2 

C C (C. 20) 

F r o m  Eq. C .  20 we note 

C kT 
(C.21)  

where EA is the mean value of E 

ward f r o m  conduction band. 

T 

and ET2 a s  measured  down- 

Then i f  u = nqp with p # p(T) the plot 
T1 

of I n  IJ vs, - 1 has a slope of -EA/k. F r o m  the preceding we  see  that 

the slope of the data is not necessar i ly  directly re la ted to the value of 

a single trapping level, but can depend upon two levels .  
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Next, l e t  u s  assume that the total number of e lectrons in  the system, 

may not be 

a r e  both smal l  compared to 

and ET2 and the relative 

N < NT1.  

l a r g e  compared to kT.  

N ,  unless  the separation between ET1 

magnitudes of NT1’ NT2 
prevai l ,  then 

Now EFn will be close to ET1. EFn - ET1 
Also nT2,  n 

C 

a r e  unfavorable. If the above conditions 

N 

Solving for EFn 

and n is  
C 

o r  

NT 1 

NT1 - kT I n 2 ( -  - 1)  EFn = ET1 N 

( C .  22)  

( C ,  23) 

(C. 24) 

E -E 
( C .  25)  c T1 C 

N 

In this ca se  the slope of I n  u vs. 1 is  direct ly  a measu re  of the 

depth of the trapping level  below the conduction band. 

that  the intercept  for = 0 

degree of excitation (N) .  

It is l ikely that N does not remain  constant throughout the t ime 

T 
We note a l so  

i s  dependent i n  e i ther  case  upon the 

is  nea r  that  T is  increased ,  and may change pr imar i ly  when EFn  

a trapping level .  This would suggest, then, that  regions of I n  u vs. 

showing constant slope, a r e  re la ted to  the average of two adjacent 1 
T’ 
trapping levels .  

correspond to  EFn values near the trapping levels ,  when N is 

changing. This  situation i s  indicated i n  F ig .  39. 

- 

Also the  breaks between regions of constant slope 
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Total number 
of electrons, N t 

NT1 + NT2 
' 

I 

NT2--- - - - - -  I --- I 
I I 

I I 
*Temp., T 

I I 

I I I 
I I I (or time, t ) 

i - - - - - - - - - - - - -  
Temp., T 

(or time, t )  

( a )  1 n u  vs. l/r slope equals ET2/2 

( b )  1 ncr vs. 1 /r  slope equals ( ET1 +ET2)/2 

Fig. 39 Hypothetical Variation of Total Electron Density and Fermi-Level With Temperature 
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